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Identification cards — Test methods —

Part 1:
General characteristics tests

TECHNICAL CORRIGENDUM 1
Cartes d'identification — Méthodes d'essai —
Partie 1: Essais des caractéristiques gén
RECTIFICATIF TECHNIQUE 1

was prepared by Joint Technical Committee ISO/IEC
17, Cards and personal identification.

5.4 Resistance to~clifemicals

The purpose of this test is to determine any adverse effects of a range of chemical
contaminants on a card test sample (see ISO/IEC 7810:1995, ISO/IEC 7811-2:1995, ISO/IEC
7811-6:1996 and ISO/IEC 11694-3:1994).

5.4.1 Reagents

5.4.1.1 Solutions for short term contamination test

a) 5% aqueous solution of sodium chloride (NaCl, 98% minimum assay);
b) 5% aqueous solution of acetic acid (CHsCOOH, 99% minimum assay);

¢) 5% aqueous solution of sodium carbonate (Na,CO3, 99% minimum assay);
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d) 60% aqueous solution of ethyl alcohol (CH3;CH,OH, grain alcohol, 93% minimum assay);
e) 10% aqueous solution of sucrose (C12H2,011, 98% minimum assay);

f) Fuel B (according to ISO 1817:1985);

g) 50% aqueous solution of ethylene glycol (HOCH,CH3;0OH, 98% minimum assay).

5.4.1.2 Solutions for long term contamination

a) salt mist;
b) artificial perspiration (both solutions shall be prepared in accordance with ISO 105-E04:1989),
1) alkaline solution,

2) acid solution.

5.4.2 Procedure

Use a different sample card for each test.

Pre-condition the sample card according to 4.2 before testing and conduct
test environment defined in 4.1.

For cards with a magneti ip
exposure measurement

of the test.

5.4.2.2 Long term contamination

Expose the sample card to salt mist (see 5.4.1.2) for 24 h while mounted vertically in a
cabinet in accordance with ISO 9227:1990.

Submerge the sample card in each artificial perspiration solution (see 5.4.1.2) for 24 h.
5.4.3 Test report

The test report shall state whether the card is testably functional (see clause 3) following the
test and shall give the results of :

a) any pre-exposure and post-exposure tests required by the base standard;

b) visual examination.
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