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BRIEF HISTORY

The ISO Recommendation R 1035/11, Dimensions of hot-rolled steel bars — Square bars — Metric series, was
drawn up by Technical Committee ISO/TC 17, Steel, the Secretariat of which is held by the British Standards
Institution (BSI).

Work on this question led, in 1967, to the adoption of a Draft ISO Recommendation.

In January 1968, this Draft ISO Recommendation (No. 1367) was circulated to all the ISO Member Bodies
for enquiry. It was approved, subject to a few modifications of an editorial nature, by the following Member Bodies :

Australia Hungary Romania
Austria India South Africa, Rep. of
Belgium Israel Spain
Canada Italy Sweden
Chile Korea, Rep. of Switzerland
Colombia Japan Thailand
Czechoslovakia Netherlands Turkey
Denmark New Zealand U.AR.
Finland Norway United Kingdom
France Poland U.S.A.
Germany Portugal U.S.S.R.
No Member Body opposed the approval of the Draft.
The Draft ISO Recommendation was then submitted by correspondence to the ISO Council, which decided, in
March 1969, to accept it as an ISO RECOMMENDATION.
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HISTORIQUE

La Recommandation ISO/R 1035/11, Dimensions des barres en acier laminées a chaud — Barres carrées — Série
métrique, a été élaborée par le Comité Technique ISO/TC 17, Acier, dont le Secrétariat est assuré par la British

Standards Institution (BSI).

Les travaux relatifs a cette question aboutirent, en 1967, 4 I'adoption d’un Projet de Recommandation ISO.

En janvier 1968, ce Projet de Recommandation ISO (N°© 1367) fut soumis & I’enquéte de tous les Comités Membres
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de ’ISO. Ii fut approuvé, sous réserve de quelques modifications d’ordre rédactionnel, par les Comités Membres suivants :

Le Projet de Recommandation ISO fut alors soumis par correspondance au Conseil de I'lSO qui décida, en
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N
Afrique du Sud, Rép. &’ Finlande
Allemagne France
Australie Hongrie
Autriche Inde
Belgique Israél
Canada Japon
Chili Italie
Colombie Norvege
Corée, Rép. de Nouvelle-Zélande
Danemark Pays-Bas
Espagne Pologne

mars 1969, de 'accepter comme RECOMMANDATION ISO.
—
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