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B R I E F  H I S T O R Y  

The IS0 Recommendation R 127, Determination of KOH Number of Latex, was drawn 
up by Technical Committee ISO/TC 45, Rubber, the Secretariat of which is held by the British 
Standards Institution (B.S.I.). 

Work on the preparation of this method was authorized at the first meeting of the Technical 
Committee held in London, in June 1948 and was entrusted to the Working Group No. 12, 
Sampling of Latex. 

The Secretariat considered the standard methods adopted by the Member Bodies and 
proposed a compromise method which was put forward to the Working Group. 

The method was considered by the Working Group and by the Technical Committee at 
the meetings held in The Hague, in September 1949; in Akron, in October 1950; in Oxford, in 
October 1951; in Paris, in June 1953, and was finally approved as a Draft IS0 Recommendation 
at the Dusseldorf meeting, 5-10 September 1955. 

On 29 March 1957, the Draft IS0 Recommendation (No. 148) was distributed to all the 
IS0 Member Bodies and was approved, subject to some modifications, by the following 26 
(out of a total of 38) Member Bodies: 

*Australia 
Austria 

*Canada 
Czechoslovakia 

*Denmark 
Finland 
France 
Germany 

*Greece 

Hungary 
India 

*Indonesia 
*Ireland 
Italy 
Japan 

Pakistan 
Poland 

*New Zealand 

Rumania 
Spain 
Sweden 
Switzerland 
Union of South Africa 
United Kingdom 
U.S.A. 
U.S.S.R. 

No Member Body opposed the approval of the Draft. 

The Draft IS0 Recommendation was then submitted by correspondence to the IS0 Council, 
which decided, in August 1959, to accept it as an IS0 RECOMMENDATION. 

O 

* These Member Bodies stated that they had no objection to the Draft being approved. 
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