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ISO (the international Organization for Standardization) is a worldwide federation of national Standards bodies (ISO member bodies). 
The werk of preparing International Standards is normally carried out through ISO technical committees. Esch member body 
interested in a subject for which a technical committee has been established has the right to be represented on that committee. 
International organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. ISO collaborates 
closely with the International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

The main task of ISO technical committees is to prepare International Standards. In exceptional circumstances a technical committee 
may propose the publication of a Technical Report of one of the following types : 

- type 1, when the necessary support within the technical committee cannot be obtained for the publication of an International 
Standard, despite repeated efforts; 

- type 2, when the subject is still under technical development, requiring wider exposure; 

- type 3, when a technical committee has collected data of a different kind from that which is normally published as an 
International Standard (“state of the art”, for example). 

Technical Reports are accepted for publication directly by ISO Council. Technical Reports types 1 and 2 are subject to review within 
three years of publication, to decide whether they tan be transformed into International Standards. Technical Reports type 3 do not 
necessarily have to be reviewed until the data they provide are considered to be no longer valid or useful. 

ISO/TR 8244 was prepared by Technical Committee ISO/TC 61, Plastics. 

The reasons which led to the decision to publish this document in the form of a Technical Report type 2 arc explained in the lntro- 
duction. 

0 Introduction 

This Technical Report gives an overview of the different types of phenolic resin used in the manufacture of thermosetting plastics. lt 
provides detailed descriptions of these resins and other pertinent information, and adds to the definitions given in the related 
International Standard ISO 472. 
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ISO/TR 8244 : 1988 (El 

Scope and field of application 

1.1 This Technical Report defines terms relating to the Chemical structure of phenolic resins, their physical state and 
condensation and polycondensation, for classification purposes in the manufacture and processing of these resins. 

their degree of 

1.2 The definitions apply to all fields of application of phenolic resins in plastics. (See also related definitions in ISO 472.) 

2 Reference 

ISO 472, Plastics - Vocabulary. 

3 Basis for classification 

31 . 

a) 

b) 

The term “phenolic resins” as used in this Technical Report refers to 

synthetic resins or modified products obtained by condensation of Phenol with aldehydes, particularly formaldehyde; 

products of the addition of phenols to unsaturated compounds (for example acetylene, terpenes and natura1 resins). 1) 

NOTE - Resins in which the original properties are so changed 
modifying medium are not regarded as phenolic resins. 

by the modification (for example by rosin) that they resem ble more closel Y those of the 

32 . Phenolic resins may be classified in a number of ways, such as by 

a) the type of raw material (see clause 4); 

b) the type of resin produced (see clause 5); 

c) the type of modifying agent (see 5.2); 

d) the physical form of the commercial product (see clause 6); 

e) the degree of condensation (see clause 7); 

f) the type of catalyst (see 8.1 and 8.2); 

g) the type of hardener (see 8.2). 

4 Raw materials 

4.1 Phenols 

Besides unsubstituted Phenol, derivatives of Phenol used for the manufacture of phenolic resins include cresols, xylenols and other 
alkylphenols (for example p-tert-butylphenol, p- tert-octylphenol and p- tert-nonylphenol), arylphenols (for example phenylphenol and 
naphthols) and divalent phenols (such as resorcinol and bisphenol A). 

4.2 Aldehydes 

The most important aldehyde component is formaldehyde, which is used in various forms, including aqueous Solution and solid 
paraformaldehyde, and also as compounds which give rise to formaldehyde. Other aldehydes (for example acetaldehyde, acrolein, 
benzaldehyde and furfural) are employed to a more limited extent, as also are ketones. 

5 Types of phenolic resin 

5.1 Unmodified phenolic resins 

Unmodified phenolic resins are produced by condensation reactions of phenols with an aldehyde. Depending on factors such as the 
volume and molar ratio of the raw materials, the reaction conditions and the catalysts employed, two different classes of product are 
obtained : novolaks and resols. 

1) Strictly speaking, 
surface coatings. 

t hese resins are not what are normally regarded as resins for the production of plastics. They are used particularly in certain 
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