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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www​.iso​.org/​directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www​.iso​.org/​patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO’s adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT), see www​.iso​.org/​
iso/​foreword​.html.

This document was prepared by Technical Committee ISO/TC 229, Nanotechnologies.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www​.iso​.org/​members​.html.
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Introduction

The rapid market growth of emerging packaging containing nano-objects is due to the effects this 
packaging has on improving food shelf life and decreasing food waste. In addition, the increasing 
export and import of food and food products is creating a growing future demand for nano-enhanced 
packaging.

Typical plastics used for packaging are polyethylene, polypropylene, polyamide and polyester. The 
presence of nano-objects in packaging can enhance various characteristics of the polymeric films such 
as gas/water vapour barrier properties, UV-Vis light transparency, thermal properties and mechanical 
strength. One of the key purposes of such packaging is to deliver longer shelf life by improving the 
barrier properties of food packaging to reduce gas diffusion, water vapour exchange and UV-Vis light 
exposure[1]. The effect of gas, water vapour and UV-Vis light permeability of food packaging on the 
shelf life is described in Annex  A. Various types of nano-objects, such as clay nanoplates, zinc oxide 
nanoparticles/nanorods, titanium oxide nanoparticles, have been incorporated into the polymeric 
matrix to improve the above-mentioned barrier properties.

In contrast to glass or metal packaging materials, polymeric materials are permeable to small molecules 
of gas(es) and water vapour as well as UV-Vis light. The possibility to improve the barrier properties of 
polymer packaging by the application of nanocomposites is a very attractive field. The principal factors 
affecting the permeability of the original polymer matrix and the nanocomposite are the crystallinity 
and crystal phases of the polymer, the state of dispersion and orientation of nano-objects in the 
nanocomposite, etc. (see Annexes B and C).

In general, for a successful application of nano-enhanced barrier food packaging, it is required:

—	 to define the relationship among composition, structure and properties;

—	 to identify characteristics and their measurement methods.

This document specifies the characteristics including barrier properties to be measured of polymeric 
nanocomposite films. It also recommends the relevant measurement methods for the characteristics. 
This document is expected to promote communication and mutual understanding of polymeric 
nanocomposites for food packaging application between buyers and sellers.

﻿

© ISO 2020 – All rights reserved� v

Full document details: ISO TS 21975-2020

http://www.avadocuments.com/doc/iso-ts-21975-2020
http://www.avadocuments.com/doc/iso-ts-21975-2020


Full document details: ISO TS 21975-2020

http://www.avadocuments.com/doc/iso-ts-21975-2020
http://www.avadocuments.com/doc/iso-ts-21975-2020


﻿

Nanotechnologies — Polymeric nanocomposite films for 
food packaging with barrier properties — Specification of 
characteristics and measurement methods

1	 Scope

This document specifies characteristics including barrier properties to be measured of polymeric 
nanocomposite films used for improving food packaging. The barrier properties cover gas (oxygen), 
water vapour transmission and UV-Vis light transparency. This document also describes the relevant 
measurement methods.

This document addresses neither safety and health issues related to the food packaging nor 
environmental aspects.

2	 Normative references

There are no normative references in this document.

3	 Terms, definitions and abbreviated terms

3.1	 Terms and definitions

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://​www​.iso​.org/​obp

—	 IEC Electropedia: available at http://​www​.electropedia​.org/​

3.1.1
glass transition temperature
characteristic value of the temperature range over which the glass transition takes place

Note  1  to  entry:  Glass transition is a reversible change in an amorphous polymer or in amorphous region of 
partially crystalline polymer between a viscous or rubbery condition and a hard and relatively brittle one.

[SOURCE: ISO 11357-2:2020, 3.1, modified — Note 1 to entry has been replaced.]

3.1.2
melting temperature
temperature range over which crystalline or semi-crystalline polymers (3.1.7) lose their crystalline 
characteristics or particulate shape to produce a liquid, when heated

[SOURCE: ISO 472:2013, 2.584, modified — The definition has been reworded.]

3.1.3
nanocomposite
solid comprising a mixture of two or more phase-separated materials, one or more being nanophase

Note  1  to  entry:  Polymer matrix nanocomposite is referred to nanocomposite with at least one major 
polymeric phase. 

[SOURCE: ISO/TS 80004-4:2011, 3.2, modified — Note 1 to entry has replaced the original Notes 1 and 
2 to entry.]
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3.1.4
nano-enhanced
exhibiting function or performance of materials intensified or improved by nanotechnology

[SOURCE: ISO/TS 80004-1:2015, 2.16, modified — “of materials” has been added.]

3.1.5
oxygen transmission rate
volume or amount of oxygen gas passing through a plastic material, per unit area and unit time, under 
unit partial-pressure difference between the two sides of the material

Note 1 to entry: The oxygen transmission rate in terms of volume is generally expressed in cubic centimetres 
per square metre, per 24 h and per atmosphere [cm3/(m2 · 24 h · atm)], the volume of the gas being converted to 
standard conditions under a pressure difference of one atmosphere.

Note 2 to entry: The oxygen transmission rate in terms of amount is expressed in moles per square metre, per 
second and per pascal [mol/(m2 · s · Pa).

[SOURCE: ISO 15105-1:2007, 3.1, modified — “oxygen” has replaced “gas” in the term and “or amount 
of oxygen gas” has replaced before “of gas” in the definition. Notes 1 and 2 to entry have replaced the 
original note.]

3.1.6
packaging
product to be used for the containment, protection, handling, delivery, storage, transport and 
presentation of goods, from raw materials to processed goods, from the producer to the user or 
consumer, including processor, assembler or other intermediary

[SOURCE: ISO 21067-1:2016, 2.1.1]

3.1.7
semi-crystalline polymer
polymer containing both crystalline and amorphous phases, which may be present in varying 
proportions

[SOURCE: ISO 3146:2000, 3.1]

3.1.8
tortuous path
path of the gas passing through a polymeric matrix via passive shielding

3.1.9
UV-Vis transmittance
ratio of the radiant flux of a UV-Vis beam going through a film sample to that of the UV-Vis beam without 
the film sample

3.1.10
water vapour transmission rate
mass of water vapour transmitted through a unit area in a unit time under specified conditions of 
temperature and humidity

Note  1  to entry:  Water vapour transmission rate is expressed in grams per square metre and per 24  h [g/
(m2 · 24 h)].

Note 2 to entry: Adapted from ISO 15105-1:2007, 3.1.
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