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SAE INDUSTRY TECHNOLOGIES CONSORTIA AEROSPACE STANDARDS AND PART QUALIFICATION PROGRAM
FOREWORD

On the 1%t January 2015 the SAE Industry Technologies Consortia (SAE ITC) acquired the ADS Aerospace Standards, previously
known as the Society of British Aerospace Companies (SBAC) Aerospace Standards. The SAE ITC established in 2003 operates
as a trade association as part of the SAE International Enterprise providing a unique framework serving the automotive, aerospace,
and commercial vehicle sectors. Clients include private companies, government agencies, individuals, and trade associations.
Building consensus and breakthrough barriers to achieve solutions, and the ways by which those solutions take shape, are tailored
to each client’s individual needs.

The legal obligations and copyright authority of all Aerospace Standards that were issued by the ADS Group Limited are therefore
assigned / transferred to the SAE ITC.

These Standards are produced by the SAE ITC with the assistance of, and for the benefit of the Aerospace Industry, as part of a
continuous programme of Standardisation for Aerospace application under the control of the Technical Standards Committee (TSC)
of the SAE ITC.

SAE ITC Standards are published as part of the series of SAE ITC Aerospace Industry Standards, and where appropriate, additional
manufacturing and inspection requirements are issued as Reference Sheets (RS) or Technical Specifications (TS). It is the
responsibility of those using or specifying a Standard to ensure the product, process, or manufacturer so used or specified, is
appropriate for the task or role in question. The SAE ITC wishes to draw special attention to the fact Technical Specifications (TS)
include testing and procedures by which a user or Design Authority can establish whether a particular manufacturer, prima facie,
has the capability to produce hardware in accordance with the appropriate standards and related specifications.

The SAE ITC, its servants, or representatives accept no responsibility for the continued quality of hardware items produced against
the relevant drawings and specifications; this responsibility remains with the user.

Whilst the SAE ITC takes all reasonable care in the preparation of its Standards, neither the SAE ITC, its officers, employees,
servants, agents, or representatives, shall have any responsibility or liability whatsoever with respect to any act or omission (whether
negligent or not) of whatsoever nature, or in connection with the preparation of the Standards or any part thereof. These
responsibilities are those of the user or Design Authority. Users of SAE ITC Standards agree that any such liability on the part of the
SAE ITC is excluded to the maximum extent permitted by law. SAE ITC Standards may be changed from time to time, and both
users and manufacturers of these parts should ensure they are in possession of the latest issue of the Standards and supporting
documentation before adoption or the commencement of production.

It is recommended that Technical Specification TS260, Metallic Materials List of Alternative Material Standards, be consulted prior
to manufacture of SAE ITC products.

Each Standard is a facsimile or electronic reproduction of a master drawing and, therefore, any outline view scales stated are not
necessarily reproduced accurately. A Master Index of all SAE ITC Aerospace Standards is published separately on the SAE ITC
website.

All references to Standards include reference to RS and TS publications.

Details of this and any further information can be obtained from the SAE ITC.

SAE Industry Technologies Consortia provides that “This standard is published by SAE ITC to advance the state of technical and engineering sciences. The use of this
standard is entirely voluntary and its applicability and suitability for any particular use, including any patent infringement arising therefrom, is the sole responsibility of the user.”

Copyright © 2015 SAE ITC.

All rights reserved. No part of this publication may be reproduced, stored in a retrieval system or transmitted, in any form or by any means, electronic, mechanical,
photocopying, recording or otherwise, without prior written permission of SAE ITC.
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AGS 3820-3869 |

PART | DOWTY NOMINAL DIAMETER [] A [ B g ¢ P w
T ™ NUMBER | PART NUMEER{ OR THREAD SIZE MAX MIN MAX MIN MAX MIN MAX | MIN | MAX | MIN
! w RUBBER (PART mvm%wmwme»@ m.mwmm M.W_ AGS3823 [ 6D2014-3 190 335 1 .330 ] 255 | L2451 .210 | 200
l|~ j ,qﬂwzme%szwmawHumm AGS1624 | 6D2014-4 ,250 525 | .520 | .320 | .310 | L2715 | .265
AG53625 | 6D2014-5 .250 530 | .525 | .380 | .370 | .280 | .270 | .015| .008]| .054 | .048
T AG33026 | GD2014-6 312 530 | 525 | .30 | .370 | .330 | .322
ACS3827 | GD2014-7 .312 +565 560 .400 +390 345 335
AGS302R {GD2014-A .375 & 1/8 B.3,P.F. | .630 625 471 .461 41 .403
AGS3829 | GD2014-8 +400 J727 .723 .495 +485 442 .438
ACS3830 | 6D2014-9 .438 J755 | o750 | .520 | .510 | .465 | .455
g a4 BgcC AGS3831 | GD2014-B 500 & 1/4 B.S.P.F. | .815 | .810 | .604 | .594 | .544 | .536
MAXIMUM PERMISSIHLE AGS3632 |GD2014-10 | .562 880 | 875 | .650 | .640 | .590 | .560 +086 | .080
\ulﬂsmm -010 HIGH X ACGS3033 |GD2014-BB | 600 580 | 875 | .666 | .676 | .626 | .618
/ -015 WIDE. AGS3834 |GD2014-11 625 1.005 | 1,000 | 743 | .733 | .655 | .645
r PART AGS383%5 |6D2014-C 3/8 B.,S.P.F. | .942 4937 «743 <133 .685 675
~ R AGS1636 |GD2014-12 .688 1,005 | 1.000 | .780 | .770 | .720 | .710
AGS 3637 |6D2014-CC .750 1,065 | 1.060 +840 .830 778 770
PART . P 4GS3838 |6D2014-D .812 & 1/2 B.8.P,F, [1.130 | 1.125 | .91 .901 | .851 | .843
‘ AC33839 [6D2014-E .875 & 5/8 B.S.P.F. [1.255 | 1.250 | .988 | .978 | .928 | .920
ACS13840 |6GD2014-13 .938 1.315 | 1.310 | 1.030 | 1.020 | .960 | .950 102 | 092
K.m.ﬁr: GD2014-F 1.000 & 3/4 B.S.P.F. [1.380 | 1.375 | 1.128 | 1.118 | 1.068 | 1.060
ACS3842 |GD2014-FF | 1,062 1.525 | 1.520 | 1.210 | 1.200 { 1.100 | 1.090
ACS3843 {GD2014-14 1.125 1.445 | 1.440 | 1.220 | 1.210 | 1.160 | 1.150 | .020 {,010
AGS3844 |6D2014-G 1.188 & 7/8 B.S.P.F; {1.505 | 1.500 | 1.276 [ 1.266 [ 1.216 | 1.208
ACS3845 |GD2014-15 1.250 1.635 | 1.630 | 1.410 | 1.400 | 1.290 | 1.260
1.  DIMENSIONS ARE IN INCHES. AGS3846 [GD2014-H 1.312 & 1 B.S.P.F, [1.690 | 1.685 | 1.457 | 1.447 [ 1.337 | 1.329
2. MATERIALS: PART M - AL. ALLOY B.S. L.64 OR L.65 4033847 |6D2014-16 | 1.375 1.755 | 1.750 | 1.540 [ 1,530 | 1.420 | 1.410
: PART R - NITRILE RUBBER AM 75 (DOWTY SEALS LTD.) AG33848 |6D2014-17 1.500 1.885 | 1.880 | 1.660 | 1.650 | 1.540 | 1.530
AGS3849 |6D2014-J 1.625 & 1.1/4 B.S.P.Fl2.,067 | 2.062 | 1.813 [ 1.803 | 1.693 | 1.685
3. EREAK SEARP EDGES .003 MIN. 10 .010 MAX. (PART X oRLY) AG33850 |GD2014-18 1.750 2,255 | 2.250 | 1.910 | 1.900 | 1.790 | 1.780
4. ANODIZE TO DEF 151 COLOUR NATURAL (PART M ONLY) AGS3851 |GD2014-K 1.875 & 1.1/2 B.S.P.F[2.312 | 2.307 | 2.028 | 2.018 [ 1.910 | 1.902 I
5.  IDENTIFICATION MARKING T0 RS.610 METHOD 5. AGS3852 [GD2014-19 | 2.000 2.505 | 2.500 | 2.160 | 2.150 | 2.040 | 2.030
AGS3853 [GD2014-L 1.3/4 B.S.P.F[2.755 | 2.750 | 2.300 | 2.290 | 2.164 | 2.156
6. FOR DETAILS OF ASSOCIATED SPIGOTS, RECESSES ETC, REFER TO BS.703 053854 |CP20TAIL | 2.250 2175 1 2,770 [ 2.410 | 2.400 | 2.290 | 2.260
7. THESE ITEMS ARE SUBJECT TO THE REQUIREMENTS OF AGS. AGS3855 {6D2014-M 2 B.S.P.F. 2.880 | 2.875 | 2.510 | 2.500 [ 2.3%0 | 2.380
ACS3856 |GD2014-MM | 2,500 3,065 | 3.060 | 2.660 | 2.650 | 2.540 | 2.530
8. DO NOT USE UNASSIGNED PART NUMBERS- 4GS1857 |CD2014-K 2.1/4 B.5.P.F|3.135 | 3.130 | 2.760 | 2.750 [ 2.630 | 2.620
9.  MAKUFACTURED BY DOWIY SEALS LTD., ASECHURCH, GLOS. AGS3858 |D2014-P 2.1/2 B.8.P.F|3.560 | 3.550 | 3.130.] 3.120 | 3.000 | 2.990
e [HT] PT] xotk 4 e [55]
ISSUED BY THE SOCIETY OF BRITISH AEROSPACE COMPANIES LTD. PREPARED BY THE APROVED toR Sh A el Ebmmqu mEHJ FLAT. AGS 3820-3869
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