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Cancellation of the AGS4719/20 and AS46788/89/90/91 (MBC™) Rivets 

NOTE:  The issue status of this document remains unchanged as there have been no changes to the technical content. 

SAE INDUSTRY TECHNOLOGIES CONSORTIA AEROSPACE STANDARDS AND PART QUALIFICATION PROGRAM 

FOREWORD 

On the 1st January 2015 the SAE Industry Technologies Consortia (SAE ITC) acquired the ADS Aerospace Standards, previously 
known as the Society of British Aerospace Companies (SBAC) Aerospace Standards. The SAE ITC established in 2003 operates 
as a trade association as part of the SAE International Enterprise providing a unique framework serving the automotive, aerospace, 
and commercial vehicle sectors. Clients include private companies, government agencies, individuals, and trade associations. 
Building consensus and breakthrough barriers to achieve solutions, and the ways by which those solutions take shape, are tailored 
to each client’s individual needs.  

The legal obligations and copyright authority of all Aerospace Standards that were issued by the ADS Group Limited are therefore 
assigned / transferred to the SAE ITC. 

These Standards are produced by the SAE ITC with the assistance of, and for the benefit of the Aerospace Industry, as part of a 
continuous programme of Standardisation for Aerospace application under the control of the Technical Standards Committee (TSC) 
of the SAE ITC. 

SAE ITC Standards are published as part of the series of SAE ITC Aerospace Industry Standards, and where appropriate, additional 
manufacturing and inspection requirements are issued as Reference Sheets (RS) or Technical Specifications (TS).  It is the 
responsibility of those using or specifying a Standard to ensure the product, process, or manufacturer so used or specified, is 
appropriate for the task or role in question. The SAE ITC wishes to draw special attention to the fact Technical Specifications (TS) 
include testing and procedures by which a user or Design Authority can establish whether a particular manufacturer, prima facie, 
has the capability to produce hardware in accordance with the appropriate standards and related specifications. 

The SAE ITC, its servants, or representatives accept no responsibility for the continued quality of hardware items produced against 
the relevant drawings and specifications; this responsibility remains with the user. 

Whilst the SAE ITC takes all reasonable care in the preparation of its Standards, neither the SAE ITC, its officers, employees, 
servants, agents, or representatives, shall have any responsibility or liability whatsoever with respect to any act or omission (whether 
negligent or not) of whatsoever nature, or in connection with the preparation of the Standards or any part thereof.  These 
responsibilities are those of the user or Design Authority. Users of SAE ITC Standards agree that any such liability on the part of the 
SAE ITC is excluded to the maximum extent permitted by law. SAE ITC Standards may be changed from time to time, and both 
users and manufacturers of these parts should ensure they are in possession of the latest issue of the Standards and supporting 
documentation before adoption or the commencement of production. 

It is recommended that Technical Specification TS260, Metallic Materials List of Alternative Material Standards, be consulted prior 
to manufacture of SAE ITC products. 

Each Standard is a facsimile or electronic reproduction of a master drawing and, therefore, any outline view scales stated are not 
necessarily reproduced accurately. A Master Index of all SAE ITC Aerospace Standards is published separately on the SAE ITC 
website. 

All references to Standards include reference to RS and TS publications. 

Details of this and any further information can be obtained from the SAE ITC. 
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REFERENCE SHEET 

No. 750 

CANCELLATION OF THE AGS4719/20 AND 

AS46788/89/90/91 (MBC™) RIVETS 

RATIONALE 

Document first issued in 2006. Revised in 2008 to reflect the events of 2007-8 and the approval 
status of the MBC rivet. 
For full details of changes refer to the supplementary SBAC Amendment Record Document 
RS750-AR. 
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1 Background 

In 2001 the sole manufacturer of the MBC™ rivet (Textron Aerospace Fasteners) transferred 
manufacture of this product range from the UK to the USA. The ‘Timeline’ contained on sheet 5 of 
this document provides an overview of subsequent events. 

At the time of transfer these rivets were covered by the following SBAC Technical Specifications and 
Standards :- 

TS38 - Technical Specification for the Corrosion Resisting Steel Rivet 
TS117 - Technical Specification for the Aluminium Alloy Rivet 
AGS4719 - Rivet, Universal Head, Aluminium Alloy 
AGS4720 - Rivet, Countersink Head, Aluminium Alloy 
AS46788 - Rivet, Universal Head, Corrosion Resisting Steel, Cadmium Plated 
AS46789 - Rivet, Universal Head, Corrosion Resisting Steel, Un-plated 
AS46790 - Rivet, Countersink Head, Corrosion Resisting Steel, Cadmium Plated 
AS46791 - Rivet, Countersink Head, Corrosion Resisting Steel, Un-plated 

As a consequence of the change in the site of manufacture, re-qualification testing was arranged (a 
requirement of SBAC Technical Specifications TS202). These tests were conducted in the USA and 
witnessed by members of the SBAC Technical Standards Committee (TSC). Satisfactory results 
were achieved for all elements of the tests with the exception of the Fatigue Test, where the 3.2 mm 
diameter countersink rivets (i.e. AGS4720-4**/L4**, AS46790-4**/L4** and AS46791-4**/L4**) failed 
to meet the requirements of TS117 and TS38 (also see Note 5). Further tests were conducted which 
established a revised fatigue capability for these specific head style/diameter rivets as follows :- 

The 3.2 mm diameter, countersink head, Aluminium Alloy rivet (i.e. AGS4720-4**/L4**) achieved 
90 lbs in the TS117, Method 1, Fatigue Test (135 lbs is required by the specification). 

The 3.2 mm diameter, countersink head, Corrosion Resisting Steel rivet (i.e. AS46790-4**/L4** and 
AS46791-4**/L4**) achieved 250 lbs in the TS38, Method 1, Fatigue Test (405 lbs is required by the 
specification). 

2 Proposed Course of Action 

As the performance of these rivets no longer met the established SBAC requirement, it was decided 
that replacement Technical Specifications (documenting the reduced Fatigue value) and replacement 
Standards (introducing new part numbers) would be produced to provide a method of configuration 
control between the UK and USA manufactured parts. At the time it was intended that these new 
documents would only be applicable to the specific rivets that had failed to meet the requirements of 
the Fatigue Test. This was communicated to all SBAC member companies and holders of TS200. 

3 Additional Changes 

During compilation of the new SBAC documents, Textron Fastening Systems (TFS formerly TAF) 
requested that a number of additional changes be made applicable to the complete MBC™ range. 

These additional changes, if implemented, would have an impact on the design performance when 
compared to previously manufactured UK and more recently manufactured USA parts. Following 
lengthy discussions and consultation with member companies, the SBAC TSC agreed to a number of 
these proposed changes. 
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