JEDEC
PUBLICATION

FOUNDRY PROCESS
QUALIFICATION GUIDELINES -
PRODUCT LEVEL

(Wafer Fabrication Manufacturing Sites)

JEPOO1-3A

(Revision of JEPOO1A, February 2014)

SEPTEMBER 2018

JEDEC SOLID STATE TECHNOLOGY ASSOCIATION

JEDEC.

Documents

Document Sharing Hub

Full document details: JEDEC JEPOO1-3A 2018


http://www.avadocuments.com/doc/jedec-jep001-3a-2018
http://www.avadocuments.com/doc/jedec-jep001-3a-2018

NOTICE

JEDEC standards and publications contain material that has been prepared, reviewed, and
approved through the JEDEC Board of Directors level and subsequently reviewed and approved
by the JEDEC legal counsel.

JEDEC standards and publications are designed to serve the public interest through eliminating
misunderstandings between manufacturers and purchasers, facilitating interchangeability and
improvement of products, and assisting the purchaser in selecting and obtaining with minimum
delay the proper product for use by those other than JEDEC members, whether the standard is to
be used either domestically or internationally.

JEDEC standards and publications are adopted without regard to whether or not their adoption
may involve patents or articles, materials, or processes. By such action JEDEC does not assume
any liability to any patent owner, nor does it assume any obligation whatever to parties adopting

the JEDEC standards or publications.

The information included in JEDEC standards and publications represents a sound approach to
product specification and application, principally from the solid state device manufacturer
viewpoint. Within the JEDEC organization there are procedures whereby a JEDEC standard or
publication may be further processed and ultimately become an ANSI standard.

No claims to be in conformance with this standard may be made unless all requirements stated in
the standard are met.

Inquiries, comments, and suggestions relative to the content of this JEDEC standard or
publication should be addressed to JEDEC at the address below, or refer to www.jedec.org under
Standards and Documents for alternative contact information.

Published by
©JEDEC Solid State Technology Association 2018
3103 North 10th Street
Suite 240 South
Arlington, VA 22201-2107

This document may be downloaded free of charge; however JEDEC retains the
copyright on this material. By downloading this file the individual agrees not to
charge for or resell the resulting material.

PRICE: Contact JEDEC

Printed in the U.S.A.
All rights reserved
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PLEASE!

DON’T VIOLATE
THE
LAW!

This document is copyrighted by JEDEC and may not be
reproduced without permission.

For information, contact:
JEDEC Solid State Technology Association
3103 North 10th Street
Suite 240 South
Arlington, VA 22201-2107

or refer to www.jedec.org under Standards-Documents/Copyright Information.
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JEDEC Publication No. 001-3A

Foreword

The publication is divided into three parts, backend of line (JEP001-1A), transistor level (JEP001-2A), and
product level testing (JEP001-3A). The document provides methodologies for the minimum set of
measurements to qualify a new semiconductor wafer process. It is written with particular reference to a
generic silicon based CMOS logic technology. While it may be applicable to other technologies (e.qg.,
analog CMOS, bipolar, BICMOS, GaAs, etc.), some sections apply specifically to CMOS. No effort was
made in the present document to cover all the qualification requirements for specific other technologies,
e.g., Cu/Low K interconnects or ultra-thin gate oxide.

Any qualification requirements beyond the minimum set are to be developed for the specific performance
expected of the technology. The minimum set of measurements and the requirements for the qualification
based on those measurements are to be determined between the foundry and its customers on an
individual basis The process technology owner (foundry) will be required to document the details of
specific testing unique to the process being qualified.

The guideline documents common best practices in the semiconductor industry and updated in
accordance to advancement in the semiconductor industry and JEDEC bylaws of periodic reviews.

Introduction

This publication, was originally published as JP-001 entitled 'Foundry Process Qualification Guidelines', it
was co-sponsored by JEDEC and the FSA (Fabless Semiconductor Association). It originated at the FSA
as a technology specific document, and has evolved into a generic set of qualification methodologies. The
JEDEC sponsoring committee is JC-14 through its JC-14.2 subcommittee on wafer level reliability.

This document encompasses and references a number of other standards and procedures, some of
which are in a state of constant revision and update. While a case might be made for producing a lean,
concise guideline that does not spell out specific procedures or requirements, the proposition of spelling
out the essence of a comprehensive set of methodologies in one place has a practical value that
outweighs the case for simplicity.(comment : the requirements are only spelled out in a number of cases.
Best to be consistent and let the existing JEDEC specs speak for themselves)

The three parts: JEP001-1A, JEPOO1-2A, and JEP0O01-3A are described below. It is intended that
each part references the appropriate test and requirement noting that some tests may be
performed on the package level. This standard should be read alongside reliability requirements
established between the supplier and customer.

The structure of the JEDEC JEPO0O1 series as currently conceived is as follows:
Part 1 — Backend of line testing

Part 2 — Transistor-level testing
Part 3 — Product-level testing
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Acronyms

The following acronyms have been used in this document.

WLR:
IMD:
HTOL.:
ESD:
HBM:
MM:
CDM:
TQV:
PCM:
FA:

wafer level reliability
inter/intra-metal dielectric

high temperature operating life
electrostatic discharge

human body model

machine model

charged device model
technology qualification vehicle
process control monitor

failure analysis

Full document details: JEDEC JEPOO1-3A 2018

Documents

Document Sharing Hub


http://www.avadocuments.com/doc/jedec-jep001-3a-2018
http://www.avadocuments.com/doc/jedec-jep001-3a-2018

JEDEC Publication No. 001-3A

Documents

-iv- Document Sharing Hub

Full document details: JEDEC JEPOO1-3A 2018


http://www.avadocuments.com/doc/jedec-jep001-3a-2018
http://www.avadocuments.com/doc/jedec-jep001-3a-2018

