JIS Ax1110 89 WN 4933508 0000135 3 WM =/ o

JIS

JAPANESE INDUSTRIAL STANDARD

UDC 666.972.12:620.16:531.754:620.16:643.71

Method of Test for Specific
Gravity and Absorption of
Coarse Aggregates

JIS A 1110+

Translated and Published
by

Japanese Standards Association

Documents
Printed in Japan 48

A 1F1g! documen t details: JIS A 1110 0



http://www.avadocuments.com/doc/jis-a-1110-0
http://www.avadocuments.com/doc/jis-a-1110-0

JIS A%1110 49 EM 4933L08 0000L36 5 WA

In the event of any doubt arising,

the original Standard in Japanese is to be final authority.
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