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‘ JAPNAESE INDUSTRIAL STANDARD JIS
Methods of Test for Bulk Specific Gravity A 1134-1989

and Absorption of Light Weight Fine
Aggregates for Structural Concrete

1. Scope

This Japanese Industrial Standard Specifies the methods of test for bulk
specific gravity and water absorption percentage of lightweight fine aggre-
gates for structural concrete.

. 2. Test Appliances

2.1 The balance to serve shall have a weighing capacity not smaller than
2 kg and a reciprocal sensibility within 0.2 g.

2.2 The flow cone and tamping rod to serve shall be as specified in JIS

l
‘ A 1109,

2.3 The pycnometer to serve shall have a capacity not smaller than 700 ml.
Figure shows an example of a suitable pycnometer.

Applicable Standards:

JIS A 1109-Method of Test for Specific Gravity and Absorption of Fine
Aggregate

JIS R 5201-Physical Testing Methods of Cement

. JIS Z 8401-Rules for Rounding off of Numerical Values
JIS Z 8801-Test Sieves
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