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‘ JAPANESE INDUSTRIAL STANDARD JIS
Method of Test for Compressive A 1136-1978
Strength of Spun Concrete (Reaffirmed: 1983)
1. Scope

This Japanese Industrial Standard specifies the method of test for the
compressive strength of concrete compacted by centrifugal force.

Remark: The units given in { } in this standard are in accordance
with the International System of Units (SI), and are appended
for reference.

2. Concrete Sample

The sample of concrete shall be taken according to JIS A 1115 or
. prepared according to JIS A 1132.

3. Shape and Dimensions of Test Specimen

The shape of the specimen shall be a hollow cylinder as shown in Fig, 1
and its dimensions shall be as shown in Table 1 according to the division of
the coarse aggregate. '

Fig. 1. Specimen of Hollow Cylindrical Shape
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Applicable Standards:
JIS A 1108-Method of Test for Compressive Strength of Concrete
JIS A 1115-Method of Sampling Fresh Concrete
JIS A 1132-Method of Making and Curing Concrete Specimens
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