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Foreword 

This  translation has  been made based on  the  original  Japanese  Industrial  

S tandard revised by  the  Minister of Land,  Transport and 

Tourism through deliberations  at  the  Japanese Industrial  S tandards  

Committee  as  the  result of proposal  for revis ion of Japanese Industrial  

S tandard submitted by Japan Concrete Institute  (JCI)  with  the  draft be-

ing  attached,  based on  the  provision of Article  1 2  Clause  1  of the  Indus-

trial  S tandardization Law applicable to  the  case  of revision by  the  provi-

s ion of Article  1 4.  Consequently  JIS  A with  this  

S tandard.  

This  JIS  document is  protected by the  Copyright Law.  

Attention is  drawn to  the  possibility  that some this  S tandard 

may  conflict with  patent rights ,  applications  for a patent after opening  to  

the  public  or utility  model  rights .  The  relevant Minister and the  Japanese 

Industrial  S tanda1 ·ds  Committee  are  not responsible  for identifying  any  of 

such patent rights ,  applications  for a patent after opening  to  the  public  or 

model  rights .  

UU  
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Method of test for alkali-silica reactivity  of 
aggregates  by  chemical  method 

1  Scope 

This  Japanese  Industrial  S tandard specifies  the  chemical  test method (hereafter re-

ferred to  as  chemical  method)  to j udge,  relatively  promptly,  the  reactivity  of alka-

Ii-silica of aggregates  to  be  used for concrete.  This  S tandard is not applicable to artifi-

cial l ightweight (coarse or fine).  In  addition,  the  j udgeme11:t in  clause  1 1  is  

not applicable to  aggregates  taken from hardened concrete.  

is  intended to  j udge  alkali-silica reactivity;  aggregates  which could 

show other types  of reaction need to  be subj ect to  peb:og1 :aphic examination.  

The comparison table between previous  and current editions of this  S tandard on 

technically  si gnificant revisions  is  given in  Annex  A.  

2 Normative  references  

The following s tandards  contain  provis ions  which,  through reference in  this  text,  

constitute  provisions  of this  S tandard.  The  most recent editions  of the  s tandards  (in-

cluding  amendments)  indicated below shall  be applied.  

JIS  A 0203  Concl'ete tel'minology 

JIS  A 1 1 58  Method fo1· 1 ·educing samples  of aggl'egate to testing  size  

J IS  K 01 1 5  Gene1·al i·ules fo1· m olecula1· abso1ptiomet1 ic analysis  

JIS  K 01 21  Gene1'8l 1·ules fo1· atomic 

JIS  K 8001  Gene1·al nlie  fo1· test methods ofrnagents  

JIS  P 3 801  F1lte1· pape1·  (!01 ·  chemical analysis)  

J IS  Z 8801 -1  Test sieves -Pa1 ·t 1: Test sieves  of metal wfre cloth 

3  Terms  and definitions  

For the  purposes  of this  S tandard,  the  terms  and definitions given in  JIS  A 0203  and 

the  following apply.  

3 . 1  alkali- s ilica reaction,  ASR 

the  phenomenon in  which a product,  produced by i· eaction between reactive  s ilica 

con dioxide,  S i02) in  aggregates  and alkali  in  concrete,  absorbs water 

and swells,  causing  cracks  or the  like  in  concrete  

3 . 2  reduction in  alkalinity,  Re 

amount of sodium hydroxide consumed by  the  reaction with  aggregates  
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