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. JAPANESE INDUSTRIAL STANDARD JIS
Measuring Methods for Working Life of A 1186-1978
Polyester Resin Concrete (Reaffirmed: 1983)
1. Scope

' This Japanese Industrial Standard specifies the methods to measure the
working life of fresh polyester resin concrete.

are in accordance with the International System of Units (SI),

- | Remark: The units and numerical values given in { } in this standard
‘ and are appended for reference.

2. General Requirements for Tests

2.1 The measurement of working life shall be made in a testing room kept at a
' temperature of 20 * 2°C and at the humidity less than 70 %, unless otherwise
specified. :

2.2 Prior to the tests, the devices to be used for the tests shall be kept at
20 *2°C, .

2.3 The methods to measure the working life are classified into the following
‘three methods:

(1) Penetration method
(2) Pulling resistance method

(3) " Tactual method

Which of the above methods is to be adopted shall be determmed according
. to the type of unsaturated polyester resin, mixing ratio and workability of
resin concrete.

_Applicable Standards: N
JIS A 1181-Method of Making Polyester Resin Concrete Specimens
‘ JIS Z 1702-Polyethylene Films for Packaging
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