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. JAPANESE INDUSTRIAL STANDARD JIS
Method of Dutch Double-Tube Cone A 1220-1976
Penetration Test (Reaffirmed: 1980)
1. Scope

This Japanese Industrial Standard applies to the test to judge the hardness
and softness of soil layer, state of compaction or its construction by measuring
the static penetration resistance of soil at the original position by the use of
dutch double-tube cone penetration testing machine.

Remark: The units and numerical values shown in { } in this standard are

in accordance with the International System of Units (SI) (and the
units which may be used together) and are appended for reference.

2. Test Apparatus and Devices

‘ 2.1 Classes of Testing Machine The classes of dutch double-tube cone
penetration testing machine shall be of the maximum press-in forces of 10 tf
{98.1 kN } and of 2 tf {19.6 kN }.

2.2 Penetrating Tip The penetrating tip shall consist of outer tube joint
and a mantel cone smoothly slidable with this as shown in Fig. 1, and both of
them shall be of abrasion proof and rust-preventive material. The form and
dimension of tip of mantel cone shall be of 60° in tip angle and 10 cm?2 in bottom
area.
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