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‘ JAPANESE INDUSTRIAL STANDARD JIS
Method of Test for Waterproof Agent of A 1404-1977
Cement for Concrete Construction (Reaffirmed: 1982)
1. Scope

This Japanese Industrial Standard specifies the test method for waterproof
agent of cement, hereinafter referred to as the "waterproof agent", to be added
to mortar or concrete for construction.

Remarks 1. The waterproof agent is divided into two categories accord-
ing to its principal use, one for mortar of external wall use
and the other for concrete use.

2. The units and numerical values given in { }in this standard

are in accordance with the International System of Units (SI),
and are appended for reference.

‘ 2. Cement for Test

The cement to be used for this test shall be ordinary Portland cement
specified in JIS R 5210.

3. Sand for Test

The sand to be used for this test shall be prepared by blending dry sand
used for glass making and sand used for cement test at the ratio given in
Table 1 and then by mixing them satisfactorily.

Applicable Standards:

JIS R 5201-Physical Testing Methods of Cement Documents

. JIS R 5210-Portland Cement Document Sharing Hub
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