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UDC 691:620.178.165

JAPANESE INDUSTRIAL STANDARD JI1S
Method of Abrasion Test for A 1452-1972
Building Materials and Part of (Reaffirmed: 1983)

Building Comnstruction (Falling Sand Method)

1. Scope

This Japanese Industrial Standard specifies the method of abrasion
test for building materials and parts of building construction having
hard, flat and smooth surfaces which are lustrous, transparent, or

applied with surface coatings, according to the falling sand method.

2. Classification of Abrasion Test Methods

The classification of abrasion test methods shall be as follows

according to the purposes of testing:

2.1 Method A A test method for measurement of the degree in which

luster is lost by abrasion.

2.2 Method B A test method for measurement of the degree in which

transparency is lost by abrasion.

2.3 Method C A test method for measurement of the degree in which

the surface layer is lost (exposure of substrate) by abrasion.

Reference Standards:
JIS K 6718-Polymethylmethacrylate Sheets
JIS R 61ll-Artificial Abrasives
JIS Z 8703~Standard Atmospheric Conditions for Testing

JIS Z 8741-Method of Measurement for Specular Glossiness
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