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UDC 625,85.074

. JAPANESE INDUSTRIAL STANDARD JIs
Limestone Filler for Bituminous A 5008-1976
Paving Mixtures (Reaffirmed: 1984)
.1, Scope

This Japanese Industrial Standard specifies limestone filler (}) mainly
T used for bituminous paving mixtures.

Note (!) Dolomite filler is included.

-rt

Remark: The units and numerical values given in { 1} in this standard.
are in accordance with the International System of Units (SI),
and are appended for reference.

2. Quality *

. 2.1 The limestone filler shall be manufactured by crushing limestone,
and shall not contain dirt, mud, organic compounds or loose lump of fine
particles in injurious quantity.

2.2 Water content shall be 1.0 % or less.
2.3 Grading shall conform to Table 1.

Table 1

Nominal size of sieve | Percent passing by weight

(um) (%)
590 100
149 90 min.

. 74 70 min.

2.4 Specific gravity shall be 2.60 or mroe.

Ny

Applicable Standards:
JIS A 1202-Method of Test for Specific Gravity of Soils
JIS R 5201-Physical Testing Methods of Cement
. JIS 7Z 8401-Rules for Rounding off of Numerical Values
JIS 7 8801-Test Sieves
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