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ERRATA
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Position

Remark of
Clause 1.

Delete this Remark.

Remarks:This errata is for correcting the first and second editions of this Standard.
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. JAPANESE INDUSTRIAL STANDARD JIS

Mortar Lining for Ductile Iron Pipes A 5314-1984

1. Scope

This Japanese Industrial Standard specifies mortar linings applied for
rust prevention, hereinafter referred to as the "linings", on the inner
surface of ductile iron pipes (!) specified in JIS G 5526, hereinafter
referred to as the "pipes".

Note (!) The pipes to which the linings are to be applied shall not be
painted on the inner surface.

Remark: The units and numerical values in { } given in this standard
are in accordance with the International System of Units (SI),
. and are appended for reference.
2. Quality

The quality of linings shall be as follows:

(1) The linings shall be neither corroded by water nor affect adversely
the water quality.

(2) The linings shall be uniform in thickness and quality of the mortar,
low in water absorption, and free from harmful defects such as fissures
or lifting.

(3) The appearance of linings shall be such that the mortar shall not
stick onto the inner surface of socket of pipe, the application of
seal coat shall be uniform and the surface shall be smooth for
practical use.

. Applicable Standards: See page 7.
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