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A 5361 : 2016 

Foreword 

This translation has been made based on the original Japanese Industrial 
Standard revised by the Minister of Economy, Trade and Industry 
through deliberations at the Japanese Industrial Standards Committee 
as the result of proposal for revision of Japanese Industrial Standard 
submitted by Japan Precast Concrete Standard (JPCS)/Japanese Stand­
ards Association (JSA) with the draft being attached, based on the provi­
sion of Article 12 Clause 1 of the Industrial Standardization Law appli­
cable to the case of revision by the provision of Article 14. 

Consequently JIS A 5361:2010 is replaced with this Standard. 

This JIS document is protected by the Copyright Law. 

Attention is drawn to the possibility that some parts of this Standard 
may conflict with patent rights, applications for a patent after opening to 
the public or utility model rights. The relevant Minister and the Japanese 
Industrial Standards Committee are not responsible for identifying any of 
such patent rights, applications for a patent after opening to the public or 
utility model rights. 

(ii) 
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JAPANESE INDUSTRIAL STANDARD JIS A 5361 : 2016 

Precast concrete products - General rules for 
classification, designation and marking 

1 Scope 

This Japanese Industrial Standard specifies general requirements for classification, 
designation and marking of the precast concrete products (hereafter referred to as 
"products"). However, this Standard does not apply to concrete products for buildings 
specified in other Japanese Industrial Standards. 

The comparison table between previous and current editions of this Standard on 
technically significant revisions is given in Annex B. 

2 Normative references 

The following standards contain prOVISIons which, through reference in this text, 
constitute provisions of this Standard. The most recent editions of the standards (in­
cluding amendments) indicated below shall be applied. 

JIS A 0203 Concrete terminology 

JIS E 1201 Prestressed concrete sleepers - Pretensioning type 

JIS E 1202 Prestressed concrete sleepers - Post-tensioning type 

JIS Q 14021 Environmental labels and declarations - Self-declared environmen­
tal claims (Type II en vironmen tal labelling) 

3 Terms and definitions 

For the purpose of this Standard, the terms and definitions given in JIS A 0203 ap­
ply. 

4 Classification 

Products shall be classified by the application, as given in Table 1. The classification 
of products by the structure and the manufacturing method shall be as given in Tables 
2 and 3. 
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Table 1 Classification of products 
Classification of products Main usage 

Major division Minor division: example 
Covered conduits - U nreinforced concrete pipe Component of sewerage, 

- Reinforced concrete pipe drainage canal, passage (for 
- Centrifugal reinforced concrete pipe pedestrians and vehicles e.g. 
- Reinforced concrete built-up culvert bicycle), etc., installed under 

block the road 
- Reinforced concrete box culvert 
- Prestressed concrete box culvert 
- Arch culvert, prefabricated arch cul-

vert 
- Prestressed concrete pipe Component of pressure pipes 

for agricultural water, indus-
trial water, water supply, etc. 

- Jacking pipe, segment for tunnel Cladding parts of tunnel 
shielding shielding in constructing un-

derground railways, under-
ground passages, underground 
flows, utility vaults, water 
supply/sewerage pipes, etc. 

Pavement/ - Flat plate Component of road pavement, 
boundary blocks - Boundary block boundary, etc. 

- Interlocking block 
Surface drainage - L-shaped gutter Component of surface drainage 
ditches - U -shaped gutter ditches placed along the side of 

- U-shaped gutter, top cover type the road 
- U-shaped gutter, embedded cover 

type 
- Plate-shaped gutter 
- Longitudinal gutter pipe for drainage 

pavement 
- Gutter with variable longitudinal 

gradient 
- Permeable gutter 

Re- Block - Stack block Component of the bank protec-
taining type - Large stack block tion for drainage canals, riv-
walls (split - Built-up retaining wall, curbed re- ers, ports and harbours or 

type) taining wall, reinforced earth wall structural member of retaining 
Wall - Reinforced concrete sheet pile walls of roads, building sites, 
type - L-shaped retaining wall, inverted etc. 
(unit T-shaped retaining wall, buttress 
type) retaining wall 

- Prestressed concrete sheet pile 
- PC wall 

Piles - Reinforced concrete pile Component of foundation pile 
- Prestressed concrete pile for various structures 
- Prestressed reinforced concrete pile 
- Knot pile 
- Steel concrete composite pile 

Manholes - Manhole block Component of telecommunica-
- Built-up manhole tions manholes, sewerage 
- Telecommunications manholes manholes, etc. 
- Underground utilities manholes 
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