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A 5364 : 2016 

Foreword 

This translation has been made based on the original Japanese Industrial 
Standard revised by the Minister of Economy, Trade and Industry 
through deliberations at the Japanese Industrial Standards Committee 
as the result of proposal for revision of Japanese Industrial Standard 
submitted by Japan Precast Concrete Standard (JPCS)/Japanese Stand­
ards Association (JSA) with the draft being attached, based on the provi­
sion of Article 12 Clause 1 of the Industrial Standardization Law appli­
cable to the case of revision by the provision of Article 14. 

Consequently JIS A 5364:2010 is replaced with this Standard. 

This JIS document is protected by the Copyright Law. 

Attention is drawn to the possibility that some parts of this Standard 
may conflict with patent rights, applications for a patent after opening to 
the public or utility model rights. The relevant Minister and the Japanese 
Industrial Standards Committee are not responsible for identifying any of 
such patent rights, applications for a patent after opening to the public or 
utility model rights. 

(ii) 
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JAPANESE INDUSTRIAL STANDARD JIS A 5364 : 2016 

Precast concrete products - General rules of 
materials and product methods 

1 Scope 

This Japanese Industrial Standard specifies general requirements for materials and 
manufacturing methods of precast concrete products (hereafter referred to as "pea 
products"). However, this Standard does not apply to concrete products for buildings 
specified in other Japanese Industrial Standards. 

The comparison table between previous and current editions of this Standard on 
technically significant revisions is given in Annex B. 

2 Normative references 

The following standards contain prOVISIons which, through reference in this text, 
constitute provisions of this Standard. The most recent editions of the standards (in­
cluding amendments) indicated below shall be applied. 

JIS A 0203 Concrete terminology 

JIS A 5002 Lightweight aggregates for structural concrete 

JIS A 5005 Crushed stone and manufactured sand for concrete 

JIS A 5011-1 Slag aggregate for concrete-Part 1 : Blast furnace slag aggregate 

JIS A 5011-2 Slag aggregate for concrete-Part 2 : Ferronickel slag aggregate 

JIS A 5011-3 Slag aggregate for concrete-Part 3 : Copper slag aggregate 

JIS A 5011-4 Slag aggregate for concrete-Part 4 : Electric arc furnace oxidizing 
slag aggrega te 

JIS A 5021 Recycled aggregate for concrete-class H 

JIS A 5022 Recycled concrete using recycled aggregate Class M 

JIS A 5023 Recycled concrete using recycled aggregate Class L 

JIS A 5031 Melt-solidified slag aggregate for concrete derived from municipal 
solid waste and sewage sludge 

JIS A 5041 Crushed stone powder for concrete 

JIS A 5308 Ready-mixed concrete 

JIS A 5371 Precast unreinforced concrete products 

JIS A 5372 Precast reinforced concrete products 

JIS A 5390 Plastics spacers for precast concrete 

JIS A 5525 Steel pipe piles 
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JIS A 6201 Fly ash for use in concrete 

JIS A 6202 Expansive additive for concrete 

JIS A 6204 Chemical admixtures for concrete 

JIS A 6205 Corrosion inhibitor for reinforcing steel in concrete 

JIS A 6206 Ground granulated blast-furnace slag for concrete 

JIS A 6207 Silica fume for use in concrete 

JIS G 3101 Rolled steels for general structure 

JIS G 3109 Steel bars for prestressed concrete 

JIS G 3112 Steel bars for concrete reinforcement 

JIS G 3117 Rerolled steel bars for concrete reinforcement 

JIS G 3137 Small diameter steel bars for prestressed concrete 

JIS G 3444 Carbon steel tubes for general structure 

JIS G 3506 High carbon steel wire rods 

JIS G 3521 Hard drawn steel wires 

JIS G 3532 Low carbon steel wires 

JIS G 3536 Steel wires and strands for prestressed concrete 

JIS G 3538 Hard dra wn steel wires for prestressed concrete 

JIS G 3551 Welded steel wire and bar fabrics 

JIS G 4322 Stainless steel bars for concrete reinforcement 

JIS G 5502 Spheroidal graphite iron castings 

JIS K 6353 Rubber goods for water works 

JIS R 5210 Portland cement 

JIS R 5211 Portland blast-furnace slag cement 

JIS R 5212 Portland pozzolan cement 

JIS R 5213 Portland fly-ash cement 

JIS R 5214 Ecocement 

3 Terms and definitions 

For the purpose of this Standard, the terms and definitions given in JIS A 0203 ap­

ply. 

4 Materials 

4.1 Materials of fresh concrete 

4.1.1 Cement 
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