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' @ JAPANESE INDUSTRIAL STANDARD JIS

Metal Lath A 5505-1978

1. Scope

This Japanese Industrial Standard specifies the metal laths to be used for
plaster base of plastering and backing of concrete.

2. Classification

The metal laths are classified into four types of plain laths, "kobu!" (indent)
laths, corrugated laths and ribbed laths.

Furthermore, the metal laths consist of the rust-prevention treated laths
and non-rust-prevention treated laths.

. 3. Material and Manufacture

The material used for the metal laths shall be the sheets specified in
JIS G 3131 or JIS G 3141, and the metal laths shall be manufactured by cold
expanding and cutting process.

Applicable Standards:

. JIS G 3131-Hot-Rolled Mild Steel Plates, Sheets and Strip
~ JIS G 3141-Cold Rolled Carbon Steel Sheets and Strip
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