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JAPANESE INDUSTRIAL STANDARD JIS

Steel H piles A 5526-1994

1. Scope This Japanese Industrial Standard specifies the steel H piles (hereaf-
ter referred to as "piles") used for the foundations of structures related to civil
. engineering works and architecture.

Remarks: The standards cited in this Standard are shown in Attached Table 1.

2.  Classification and symbols The piles shall be classified into three classes and
their symbols shall be as given in Table 1.

Table 1.

Symbols of classes

SHK 400
SHK 400 M
SHK 490 M

3. Chemical components The piles shall be tested in accordance with 7.1 and the
resulfing cast analysis values shall conform to Table 2.

Table 2. Chemical components

Unit: %
Symbol of class C Si Mn P S
SHK 400 — — — 0.050 max. 0.050 max.
SHK 400 M 0.23 max. — 2.5x C min. | 0.040 max. 0.040 max.
SHK 490 M 0.20 max. 0.55 max. 1.50 max. 0.040 max. 0.040 max.
Remarks: Alloy elements other than those given in the above table may be

added, as required.

4. Mechanical properties The piles shall be tested in accordance with 7.2 and the
resulfing yield point, tensile strength and elongation shall conform to Table 3.
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