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. @ JAPANESE INDUSTRIAL STANDARD JIS

Porcelain Enameled Bathtubs A 5532-1979
~ (Reaffirmed: 1989)

1. Scope

- This Japanese Industrial Standard specifies porcelain enameled bathtubs formed
by using steel plate or cast iron and worked with enamel hereafter referred to
as "bathtubs".

Remarks: In this Standard the units and numerical values shown in { }
are in accordance with the International System of Units (SI) and,
appended for informative reference.

2. " Name of Each Part

The name of each part of bathtub shall be as shown in Fig. 1.

Applicable Standards:

JIS A 0061-Standard Sizes for Bathtubs

JIS B 1501-Steel Balls for Ball Bearings
JIS G 3133-Decarburized Steel Sheets and Strip for Porcelain Enameling
JIS G 3141-Cold Rol_led Carbon Steel Sheets and Strip
JIS G 5501-Gray Iron Castings
. JIS K 6744-Polyvinyl Chloride-Metal Laminated Sheets
| JIS K 8102-Ethanol (95) [Ethyl Alcohol (95)]

JIS K 8150-Sodium Chloride
JIS K 8283-Citric Acid Monohydrate

" JIS K 8625-Sodium Carbonate, Anhydrous

2 JIS K 8799-Phenolphthalein
JIS R 4301-Quality Standard of Porcelain Enamelled Products
JIS S 6006—Pencil§ and Coloured Pencils
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Fig. 1. Bathtub with One Side Apron (Example Figure)

(@ Upper edge surface(?)

;7) ® Inside surface
R / 6 (® Bottom surface
@

@ Apron(2)

[ (B Outside surface part

3 —7/ (® Exhaust water opening

(@ Overflow opening(?)

@/ Notes (!) The upper edge surface
does not contain rising ’
part.

(?) There are bathtubs with-
out apron and overflow
opening.

Remarks: (O upper edge surface, (2) inside surface and 3) bottom surface are
called, in total, the inside part.

3. Classification and Designation

3.1 Classification  Classification of bathtubs shall be in accordance with 2.
of JIS A 0061 and in addition the following apply. '

(1) Division According to Material Quality

Steel plate bathtubs
Cast iron bathtubs .

Remarks 1. As to bathtubs there are those without apron and with aprons (one
side, two sides, three sides and four sides).

Further, there are, as shown in Fig. 2, those with whole
apron and semiapron.

Fig, 2

With whole apron With semiapron
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