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@ JAPANESE INDUSTRIAL STANDARD JIS

Liquid-applied compounds for A 6021-1995
waterproofing membrane coating of roof

1. Scope This Japanese Industrial Standard specifies the liquid-applied
compounds for waterproofing membrane coating of roof (hereafter referred to as
"waterproofing compounds”) used mainly for the purpose of roof waterproofing of
reinforced concrete buildings.

Remarks 1. The following standards are cited in this Standard:

JIS A 1415 Recommended practice for accelerated artificial
exposure of plastics building materials

JIS A 5403 Asbestos cement sheets

JIS K 5407 Testing methods for paint components

JIS K 6301 Physical testing methods for vulcanized rubber
JIS K 8575 Calcium hydroxide

JIS K 8576 Sodium hydroxide

JIS K 8951 Sulfuric acid

JIS Z 8708 Standard atmospheric conditions for testing

JIS Z 9001 General rules for sampling inspection
procedures

2. In this Standard the units and numerical values given in { )
are in accordance with the traditional units and are appended
for informative reference.

2. Classification  The waterproofing compounds shall be classified as follows
according to the principal raw materials and using position.

2.1 Classification by principal raw materials

Urethane rubber system: The waterproofing compound of urethane rubber
system which is compounded with fillers and the
like to the urethane rubber which comprises
polyisocyanate, polyol, and crosslinking agent as
principal raw maternal. According to the
performance, this is divided into Class 1 and
Class 2.

Acrylic rubber system: The waterproofing compound of acrylic rubber
system which is compounded with fillers and the
like to the acrylic rubber as the principal raw
material.

Chloroprene rubber system: The waterproofing compound of chloroprene
rubber system which is compounded with
fillers and the like to the chloroprene rubber
as the principal raw material.
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Rubber asphalt system: The waterproofing compound of rubber asphalt
system which consists of asphalt and rubber as
principal raw material.

Remarks: For waterproofing compounds, there are one component type to
be used as it is and two component type which is mixed at the
time of use with main agent and hardener.

Further, for one component type, there are emulsion type and
solution type.

2.2 Classification by using position

(1) For general use  The waterproofing compounds to be used for general
horizontal flat surface of roof.

(2) For corner part of roof connected with vertical wall The waterproofing
compounds to be used for corner part of roof connected with vertical wall.

3. Performance The performance of waterproofing compounds, when tested
according to 5., shall comply with Table 1. However, for that for general use, the
sagging resistance performance is excepted.
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