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1. Scope

>

JIS A*EE_'U,E 75 MM 49336086 000398k 1 WA

UDC 691.81-419:69.025.35:694.1

JAPANESE INDUSTRIAL STANDARD JIS
Building Components A 6506-1975
(Wood Panel for Floor) (Reaffirmed: 1983)

This Japanese Industrial Standard specifies wood panels for floors M
to be used for the floors of low-storeyed house buildings which are manufac-

tured at a factory and employ wood materials in structural principal parts.

Note (1)

Remark:

2. Materials

The "panels" described in this Standard shall be referred to
the panels for floors which are shown in Table 2 and are indoor-
used to form partly or entirely a floor by being jointed with

the panels for walls, beams and sleepers except for special
panels such as for outdoor floors and under-floor storage.

The units and numerical values given in { }in this standard
are in accordance with the International System of Units (SI),
and are appended for reference. .

Of the materials to be used for panels, those shown in Table 1 shall be
equivalent to or better than the specified panels shown in the right-hand
column with respect to their performance.

Applicable Standards: See page 12 and 13.
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A 6506-1975
Table 1. Qualities of Materials Used (2)
Division of .
application Material Standard
Japanese Agricultural Standard
for general plywoods
Japanese Agricultural Standard
: for plywoods for structures
Plywood

Surface material
and heat and
sound insula-
tion materials

Japanese Agricultural Standard

for special plywoods

Japanese Agricultural Standard

for incombustible plywoods

Particle boards JIS A 5908
Pulp cement boards JIS A 5414 '
Cemented wood
chip boards J18 A 5417
JIS A 5905
Fibreboards JIS A 5906
JIS A 5907
Rock wool JIS A 9504
Glass wool JIS A 9505
P.V.C. sheets
for floors JIS A 5707
"TATAMIDOKO" JIS A 5901
Wooden compound Japanese Agricultural Standard _
floor boards for wooden compound floor boards ‘
Foamed poly~ JIS A 9511
styrene
oumed poty- | 99 & 51
urethane
JIS K 6402
Gypsum boards JIS A 6901
Cemented excelsior JIS A 5404

boards
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Table 1 (Continued)

Division of

application Material Standard
Japanese Agricultural Standard
Wood materials for materials
s Sash bars, etc. ) .
Laminated lumber Japanese Agricultural Standard
for Laminated Lumber
Nails JIS A 5508
Wood screws JIS B 1135
Connecting Bolts JIS B 1180
fixtures - Nuts JIS B 1181
Spring lock washers JIS B 1251
‘ Plain washers JIS B 1256
JIS A 5751
Caulking materials JIS A 5754
JIS A 5755
JIS K 6804
Others Adhesives Melamine resin
Urea
Turnbuckles and JIS A 5540

braces

Notes (2) Materials other than given in Table 1 shall have the performance
specified in the JIS or superior to that.

(3) These materials shall be permitted to be used only for the second

where water is used.

‘ floor except for the locations such as a toilet, bath room etc.
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3. Classification of Panels ‘

The panels shall be classified with the symbols given in Table 2 according
to the shapes. -

Table 2
Class Symbol Remarks
Floor panels made of FS Panels made of a single material without
a single material peripheral frames
Panels made of more than two kinds of
Floor panels made of FM materials without peripheral frames,
multiple materials mainly in order to improve their physical
performance
Floor panels assembled . . .
with frames FF Panels with peripheral wood frames

Remark: Symbols F.S.M and F in Table 2 denote as follows:
F: Floor
S: Single Material
M: Multiple Material
F: Framed

4. Shapes, Dimensions and Tolerance

4.1 Shapes and Dimensions The shapes and dimensions of the wood panels
shall be determined so that the dimensions of a room or compartment formed
by the wood panels conforms to the specifications of the Appendix. For the
time being, the wood panels with large actual dimensions can be used.

4.2 Dimensions of Wood Panels The dimensions of wood panels shall be ‘
classified into the ready-made wood panels and the order-made wood panels.

The shapes and dimensions of the ready-made wood panels shall conform
to 4.3.

The shapes and dimensions of order-made wood panels shall be determined
in accordance with the agreement between the parties concerned.

4,3 Modular Nominal Dimensions of the Wood Panel The modular nominal
dimensions of the wood panel shall be as follows:

(1) The modular nominal dimension of width and length of the panel shall
be as given in Table 3.1 and shall be referred to as an exemplification .
given in Remark 1 in accordance with combinations of the modular '
nominal dimensions.

The order-made wood panels shall be refferred to in conformity
with the ready-made wood panels.
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