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JIS Axb509 75 . 4933608 D004O3L T A

UDC 691.81-419:69.024:694.1
JAPANESE INDUSTRIAL STANDARD J I8

‘ Building Components (Wood Panel for Roof) A 6509-1975
(Reaffirmed: 1983)

1. Scope

This Japanese Industrial Standard specifies wood panels for roofs (1),
hereinafter referred to as the "panel", manufactured at factory and which
employ wood materials in structural principal parts to be used for the roofs
of low-storeyed house buildings.

Note (1) The "panel" described in this Standard shall be referred to
the panels for roofs which are shown in Table 2 and are used
to form partly or entirely a roof by being jointed with the
wall panel, gable end panel, truss, girder, beam, purlin, etc.
excepting particular panels used as attached eaves.

. Remark: The unit and numerical values given in { }in this standard
are in accordance with the International System of Units (SI),
and are appended for reference.

2. Materials

Out of the materials to be used for panels; those shown in Table 1 shall
be equivalent or superior to the standard panels shown in the right-hand
column with respect to their performance.

. Applicable Standards: See page 12.
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Table 1. Qualities of Materials Used (2)
D1v1§1on. of Material Standard
application
Japnaese Agricultural Standard for
general plywoods
Japanese Agricultural Standard for
plywoods for structures
Plywood . -
Japanese Agricultural Standard for
special plywoods
Japanese Agricultural Standard for
incombustible plywoods
Asbestos
cement sheets JIS A 5403
Pulp cement JIS A 5414
boards
Aluminium JIS H 4000
sheets
JIS G 3302
Iron sheets JIS G 3312
Surface materials JIS K 6744
and heat and .
sound insulating Particle boards JIS A 5908
materials
Cemented wood JIS A 5417
chip boards
JIS A 5905
Fibreboards JIS A 5906
JIS A 5907
Rock wool JIS A 9504
Glass wool JIS A 9505
Foam
polystyrene JIS ‘A 9511
Foam JIS A 9514
urethane JI8 K 6401
JIS K 6402
Gypsum boards JIS A 6901
Cemented JIS A 5404

excelsior boards
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. Table 1 (cont'd)

Division of

application Material Standard

'Japanese Agricultural Standard for

Wood materials lumbering

¥ Japanese Agricultural Standard for
Sash bars, etc. tinlx)ber g

Japanese Agricultural Standard for

Laminated wood laminated wood

Nails JIS A 5508
Wood screws JIS B 1135
Connecting Bolts JIS B 1180
fixtures Nuts JIS B 1181
. Spring washers | JIS B 1251
Plain washers JIS B 1256
. JIS A 5751
Caulicing JIS A 5754
materials JIS A 5755
JIS K 6802
) Which have the per-
. Resorcinal formance equivalent
Adhesives resin to or higher than
Epoxy resin those specified in
Others JIS K 6802.
Asphalt felt JIS A 6005

Asphalt roofing | JIS A 6006

Turnbuckles
‘ and braces for JIS A 5540
buildings

Note (2) Materials other than shown in Table 1 shall have the performance
specified in the JIS or higher than the JIS.

3. Classification of Panels

The panels shall be classified with the symbols shown in Table 2 ac-
cording to the shapes.
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