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Metal Panels for Concrete Form A 8652-1979

@ JAPANESE INDUSTRIAL STANDARD J18
(Reaffirmed 1983)

1. Scope

This Japanese Industrial Standard specifies the panels for concrete form,
hereinafter referred to as the panels, consisting of steel made or aluminum
alloy made face plate and cleats.

Remark: The units and numerical values given in { } in this standard
are in accordance with the International System of Units (SI),
and are appended for reference.

2. Materials

The materials to be used for the panels shall be as specified in Table
in mechanical properties.

. : Tab-le 1

Unit: kgf/mm?2{N/mm?2}

Type Tensile strength Yield point or proof stress
. Over 28 Over 21
Steel made {Over 275} {Over 206}
. . Over 26 Over 18
Aluminum alloy made {Over 255} {Over 177}

3. Designation, Dimensions and Shapes

3.1 The designation and the dimensions of panels shall be as given in
Table 2.

. ‘ Table 2

Unit: mm
Designation |Width x length x depth|| Deslgnation |Width x length x depth|| Designation |width x length x depth| Designation |Width x length x depth
3018 300180055 2018 200180055 1518 150} 180055 1018 100X 1800 % 55
8015 300X 150055 2015 200X 1500X55 1515 150X1500 <55 1015 1001500 X 55
3012 300120055 2012 200¢1200X55 1512 1501200 56 1012 100x1200 X 55
3009 300X 90055 2009 200X 90055 1509 150 90055 1009 100X 900x55
3006 300X 60055 2006 200X 600%55 1506 150X 60055 1006 100 60055
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