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JAPANESE INDUSTRIAL STANDARD JI1S

Recommendation of Wheels B 4052-1988
for Free Hand Grinding

1. Scope

This Japanese Industrial Standard specifies the recommendation standard of
grinding wheels in accordance with JIS R 6210 and JIS R 6212 to be used for free
hand grindings (1).

Note (*) Though the grinding operations of deburring, flaw removal, etc., of
which grinding conditions such as depths of cut and feeds are
unable to be set constant, are called as the free hand grindings,
in this standard, that operation among these, in the case where a
bench (floor) grinder, portable grinder or swing grinder is used is
presented.

2. Classification

The recommendation standards of grinding wheels shall be in accordance with
the combinations of the machines used and the materials to be ground given in the
following.

2.1 Classification of Machines Used The classification of the machines used
shall be as follows:

(1) Bench (floor) grinder
(2) Portable grinder
(3) Swing grinder

2.2 Classification of Materials to be Ground The classification of the
materials to be ground shall be as follows:

. (1) Steels

(a) Plain carbon steel

(b) >A110y steel
(c) Tool steel

(d) Stainless steel

Applicable Standards and Reference Standard: See pages 5 and 6.
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