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UDC 621.778.073
JAPANESE INDUSTRIAL STANDARD JIS

Diamond Dies for Wire Drawing B 4132-1983

1. Scope

This Japanese Industrial Standard specifies the diamond dies for wire
drawing, hereinafter referred to as the "dies", to be used in drawing of
metallic materials.

2. Construction and Nomenclature of Respective Parts

The construction and nomenclature of respective parts of dies shall be
in accordance with Figs. 1 and 2.
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Remark: The reinforcing mount part, using the sintered metal main-
ly, shall be for enhancing the withstand pressure strength
of the diamond.

Appliéable Standards:
JIS B 0601-Definitions and Designation of Surface Roughness
JIS B 0659-Roughness Comparison Specimens
JIS B 7184-Measuring Projectors
JIS B 7507-Vernier Callipers

JIS H 3250-Copper and Copper Alloy-Rods and Bars

Documents

Copyright by the Japanese Industrial Standards
Fri Avgull%i06:36:E20kkails: JIS B 4132 0


http://www.avadocuments.com/doc/jis-b-4132-0
http://www.avadocuments.com/doc/jis-b-4132-0

