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UDC 621.912.025:674.056
@ JAPANESE INDUSTRIAL STANDARD JIS

Veneer Lathe Knives B 4708-1972
(Reaffirmed: 1987)

1. Scoge

This Japanese Industrial Standard specifies veneer lathe knives.

2. Grade

The veneer lathe knives shall be divided into fine grade and ordinary
grade in accordance with tolerance of thickness. .ckness.

3. Material

The material of cutting part shall be SK 4 of JIS G 4401 or SKS 2 of
JIS G 4404 or materials equal or superior to these in quality in use.
The material of holder shall be the steel material in accordance with JIS

G 3101 or JIS G 4051, or materials equal or superior to these in quality in
use,

4, Form and Dimensions

The form and dimensions shall be as follows:

Reference Standards

JIS B 0659-Roughness Comparison Specimens

JIS B 7502-Micrometer Callipers for External Measurement
JIS B 7507-Vernier Callipers

JIS B 7512~-Steel Tape Measures

JIS B 7516-Metal Rules

JIS B 7524-Feeler Gauges

JIS G 3101-Rolled Steel for General Structure

JIS G 4051-Carbon Steels for Machine Structural Use

JIS G 4401-Carbon Tool Steels

JIS G 4404-Alloy Tool Steels

JIS Z 2245-Method of Rockwell and Rockwell Superficial Hardness Test
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