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JAPANESE INDUSTRIAL STANDARD
Wood Band Saw Blades

J 18

B 4803-1973

(Reaffirmed: 1984)

1, Scope

This Japanese Industrial Standard specifies wood band saw blades

except toothed blades.

2. Material

The materials of band saw blades shall conform to SK 6 M or SKS 5 M
specified in JIS G 3311, or shall have the properties equivalent in use or

superior to SK 6 M or SKS 5 M.

3. Shape and Dimensions

The shape and dimensions of band saw blades shall be as given in

Table 1.

Reference Standards:
5 JIS B 7502-Micrometer Callipers for External Measurement
JIS B 7507-Vernier Callipers
JIS B 7725-Vickers Hardness Testing Machines
JIS G 3311-Cold Rolled Special Steel Strip

JIS Z 2244-Method of Vickers Hardness Test
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