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Die Blocks for Closed-Die Press Forging B 6471-1987

1. Scope

This Japanese Industrial Standard specifies the die blocks for closed-die
press forging, hereinafter referred to as the "die blocks". However, ex-
cept those manufactured by rolling and those in the state prior to mechanical
working.
2. Definitions

For the purposes of this Standard following definitions apply:

(1) roundness of corner The roundness of corner formed by each
surface.

. (2) concavity The concavity generated by removing of decarburized
Tayer at the time of hardness test. -

3. Shape and Dimensions

The shape and dimensions of die blocks shall be classified into 88
classes by combination of height (H), width (W) and length (L) according
to Table 1. Dimensional permissible deviations shall be in accordance with
Table 2.

. Applicable Standards:
4 JIS B 7507-Vernier Callipers

| JIS B 7516-Metal Rules
JIS B 7518-Vernier Depth Gauges
JIS B 7526-Squares
JIS B 7724—-Brine11 Hardness Testing Machines
JIS B 7727-Shore Hardness Testing Machines
JIS G 4404-Alloy Tool Steels
JIS Z 2243-Method of Brinell Hardness Test
JIS Z 2246-Method of Shore Hardness Test

. JIS 7 2344-Ultrasonic Testing of Metals by the Pulse Echo Technique
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