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Test code for performance of sand B 6610-1992
moulding machines

1. Scope

This Japanese Industrial Standard specifies the testing methods for
jolting and squeezing of sand moulding machines for casting (hereafter
referred to as the "moulding machines").

Remarks 1. The units and numerical values given in { } are in

accordance with the traditional units, and are appended
for informative reference.

2. The applicable standards to this Standard are given in
the following:

. JIS B 7505 Bourdon Tube Pressure Gauges
JIS B 7516 Matal Rules
JIS B 7728 Load Calibration Devices for Verifying
Material Testing Machines
2. Definitions
For the purposes of this Standard, the following definitions apply:

(1) jolt stroke The width of vibration of a table in upward and
downward.

(2) number of jolt The number of vibrations per one minute of an
operation to harden sand by vibrating a table in upward and
downward.

. (3) squeezing force That force generating between the squeezing head
and the table.

(4) working pneumatic pressure The compressed air pressure at the
position of the operation valve of a moulding machine.
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