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Optical Flats B 7430-1977
(Reaffirmed: 1986)

1. Scope

This Japanese Industrial Standard specifies the optical flats, hereinafter
referred to as the "flats" made of transparent glass having flat measuring
surface and to be used for flatness measurement according to light-wave
interference. However, except those to be used as the parts of inter-
ferometer and other measuring apparatus.

-d

2, Classification

The flats shall be classified as shown in Table 1 according to the
division of measuring surface of single face and both faces and to the

‘ designation.

Table 1
Single Face Both Faces
Measuring
surface
4] [
Measuring Measuring
surface surface
. Measuring surface Designation
R 45
Single face 60
80
100
Both faces 130

< 3. Grades ‘

The flats shall be divided according to the performance into three
grades of Grade 1, Grade 2 and Grade 3.

Further, the performance of Grade 0 is shown as Reference, but this
is not a part of this standard.
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