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UDC 531,718
. JAPANESE INDUSTRIAL STANDARD JI8S
Sine Bars B 7523-1977

(Reaffirmed: 1986)

1. Scope

This standard specifies the sine bars of the type that consists of a
body and 2 rollers in contact with recess cut under the side of body,

among those in ordinary use.

2. Terms of Principal Parts

The terms of principal parts of sine bars are as given in the figure.

Figure Terms of Principal Parts
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Remark: This figure merely gives the diagrammatic view of the
arrangement, and is not intended to show any design

details.
3. Grade

The sine bars are classified into 2 kinds of Grade 1 and Grade 2,
according to accuracy.

Applicable Standards:
JIS B 7430-Optical Flats

’ JIS B 7506-Gauge Blocks

JIS G 4404-Alloy Tool Steels
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