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UbDC 620,178,23
. JAPANESE INDUSTRIAL STANDARD JIS

Erichsen Cupping Testers B 7729-1976
(Reaffirmed: 1979)

1. Scope

This Japanese Industrial Standard specifies the testers for measuring
the Erichsen value of metal sheet,

Remark: The units and the numerical values given in { } in this
standard are in accordance with the International System of
Units (SI), and are appended for reference.

2. Definitions

‘ The definition of principal terms used in this standard shall be as
follows:

(1) Erichsen test Method A The Erichsen test Method A means the
Erichsen test method to be performed under the state providing a gap
of 0.05 mm between the die and the retaining ring besides the thick-
ness of test piece.

(2) Erichsen test Method B The Erichsen test Method B means the Erichsen
test method performed under the state wherein the test piece is sub-
jected to the constant fastening load of about 1000 kgf {about 10 kN}
with die and retaining ring.

(3) Erichsen value The Erichsen value means the value expressed in mm
of the distance where the tip of punch has travelled from the surface
of retaining ring in contact with test piece until at least ome crack
reaching the back surface of the test piece is found.

Applicable Standards and Reference Standards: See page 7.
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