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Foreword 

This Japanese Industrial Standard has been established by the Minister of Economy, 
Trade and Industry through deliberations at the Japanese Industrial Standards 
Committee according to the proposal for establishment of Japanese Industrial Standard 
submitted by Japan Surveying Instruments Manufacturers' Association (JSIMA)! 
Japanese Standards Association (JSA) with the draft being attached, based on the 
provision of Article 12 Clause 1 of the Industrial Standardization Law. 

This JIS document is protected by the Copyright Law. 

Attention is drawn to the possibility that some parts of this Standard may conflict with 
patent rights, applications for a patent after opening to the public or utility model rights. 
The relevant Minister and the Japanese Industrial Standards Committee are not 
responsible for identifying any of such patent rights, applications for a patent after 
opening to the public or utility model rights. 

JIS B 7914 series consists of the following 3 parts under the general title "Marks for 
survey and boundary": 

Part 1: Concrete stakes 

Part 2: Metal markers 

Part 3: Nail markers 

(ii) 
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Marks for survey and boundary­
Part 3: Nail markers 

Introduction 

This Japanese Industrial Standard provides requirements mainly for quality, shapes, 
and dimensions of the nail markers that are used for survey control points and various 
boundary marks. These requirements are designed to improve the quality of nail mark­
ers, and are intended to contribute to public/private regional partitioning, preservation 
of properties and reduction in expenses. Related standards with the similar aim are JIS 
B 7914-1, JIS B 7914-2 and JIS K 6932. 

No corresponding International Standard has been established at this point. 

1 Scope 

This Standard specifies requirements for the metallic, nail-shaped markers that are 
used for survey control points and various boundary marks (hereafter referred to as the 
nail markers). It is not applicable to nail markers used for survey works performed 
under special conditions. 

2 Normative references 

The following standards contain provisions which, through reference in this text, con­
stitute provisions of this Standard. For standards with the year indication, only the 
editions of the indicated year shall be applied and the revisions (including amendments) 
made thereafter shall not be applied. For those without the indication of the year, the 
most recent edition (including amendments) shall be applied. 

JIS B 7507 Vernier, dial and digital callipers 

JIS G 3507-1 Carbon steels for cold heading-Part 1: Wire rods 

JIS G 3507-2 Carbon steels for cold heading-Part 2: Wires 

JIS H 8610 Electroplated coatings of zinc on iron or steel 

JIS H 8625 Chromate conversion coatings on electroplated zinc and cadmium coat­
ings 

JIS Z 2245: 2011 Rockwell hardness test-Test method 

NOTE ISO 6508-1: 2005 Metallic materials-Rockwell hardness test-Part 1: 
Test method (scales A.B. C.D.E.F. G.H.K.N.TJ (MOD) 

JIS Z 8401 Guide to the rounding of numbers 

3 Terms and definitions 

For the purpose of this Standard, the following terms and definitions apply. 
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