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’ @ JAPANESE INDUSTRIAL STANDARD JI1S

Needles for Household B 9012-1987
Sewing Machines

1. Scope

This Japanese Industrial Standard specifies needles for household sewing
machines, hereinafter referred to as the "needles".

2.  Classification
g The needles shall be classified into the following 10 classes according to the

size of trunk and the numbers of respective needles shall be as given in Table 1.

3. Name of Each Part

. The name of each part shall be as shown in Fig. 1.

Fig. 1. Name of Each Part

Section of Needle Eye Part Trunk

Bottom face Needle Needle eye Long groove End f
of groove top part y g g Helve End 1 la‘l;e

g‘gﬁ‘gle Helve shoulder Helve flat face
Flat face .
of helve Short groove
. 4,  Shapes and Dimensions

The shapes and dimensions shall be in accordance with following (1) to (5).

Further, the dimensions shall be measured by using a micrometer specified in
JIS B 7520 or a measuring device having accuracy equivalent or superior thereto.

N Applicable Standards:
JIS B 7520-Indicating Micrometers
JIS G 3506-High Carbon Steel Wire Rods

JIS Z 2251-Method of Micro Hardness Test for Vickers and
Knoop Hardness
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