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JAPANESE INDUSTRIAL STANDARD - JIs
Mica paper C 2220-1992

1. Scope

This Japanese Industrial Standard specifies mica paper mainly used for
mica products for electrical insulation.

Remarks 1. The following Standards are cited in this Standard:

JIS C 2116-Testing Methods for Electrical Insulating Mica
Products

JIS C 2250-General Rules for Electrical Insulating Mica
Products '

2. The units and numerical values given in { } in this
Standard are based on the traditional unit system and
are appended for informative reference.

2. Definitions

For the purpose of this Standard, the definitions stated in JIS C 2250
shall apply.

3. Classification

The classes shall be denoted by the symbols specified in JIS C 2250 as
shown in Table 1.

Table 1. Classification

Classification ~ Symbol
Mica paper based on calcined muscovite MR
Mica paper based on uncalcined muscovite MT
Mica paper based on phlogopité MU

4, Characteristics

The characteristic measured in accordance with 7. shall be as given in
Table 2. The nominal values of mass per unit area, tensile strength,
penetration, and air porocity are subjected to agreement between the
parties concerned with acceptance.
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