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. JAPANESE INDUSTRIAL STANDARD JIS
‘ Rigid mica materials for electric heating equipment C 2254-1992

1. Scope

This Japanese Industrial Standard specifies rigid mica materials used for electric insula-
tion of electric heating unit of electric heating appliance and others.

Remarks 1. The following Standards are cited in this Standard:
JIS C 2116-Testing methods for electrical insulating mica products
JIS C 2250-General rules for ¢lectrical insulating mica products
2. The International Standard corresponding to this Standard is given below.

IEC 371-3-3 (1983) Specification for insulating materials based on
mica.

Part 3 : Specifications for individual materials.

. Sheet 3 : Specification for rigid mica materials for
heating equipment

3. The units and numerical values given in { |} in this Standard are based
on the traditional unit system and are appended for informative reference.

2. Definitions
For the purpose of this Standard, the definitions given in JIS C 2250 shall apply.
3. Classification
The class shall be indicated by the symbol specified in JIS C 2250, as given in Table 1.

Table 1. Classification

Symbol Mica materials Binder
MC 56 | Clear muscovite mica splittings Adhesives employing silicone
resin or synthetic resin equivalent
. MS 56 | Stained muscovite mica splittings or superior 1o it in thermal resist-

ance, as the principal component.
MA 56 [ Phlogopite mica splittings

MR 56 | Mica paper based on calcined muscovite

MT 56 | Mica paper based on uncalcined muscovite

MU 56 | Mica paper based on phlogopite

MA 59 | Phlogopite mica splittings Inorganic adhesives.

MR 59 { Mica paper based on calcined muscovite

MT 59 | Mica paper based on uncalcined muscovite

MU 59 | Mica paper based on phlogopite
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