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C 2303 : 1999

Foreword

This translation has been made based on the original Japanese Industrial
Standard revised by the Minister of International Trade and Industry
through deliberations at the Japanese Industrial Standards Committee

in accordance with the Industrial Standardization Law. Consequently f
JIS C 2303 : 1995 is replaced with JIS C 2303 : 1999.
In this revision, conformity with the International Standard corresponding .

to this Standard IEC 60554-3-1 Specification for cellulosic papers for
electrical purposes—Part 3 : Specifications for individual materials—
Sheet 1 : General purpose electrical paper was intended, and the specifica-
tions for general purpose electrical papers of types 1.5 to 1.7 stated in
the above International Standard have been adopted in this Standard.

The types 1.1 to 1.4 stated in the International Standard have been
specified in JIS C 2307 Insulating papers for electrical power cables
and the type 1.8 in JIS C 2304 Coil insulating papers. ‘
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JAPANESE INDUSTRIAL STANDARD @ JIS C 2303 : 1999

Insulating tissue papers

' Introduction This Japanese Industrial Standard has been prepared based on IEC
60554-3-1 Specification for cellulosic papers for electrical purposes—Part 3 : Speci-
fications for individual materials—Sheet 1 : General purpose electrical paper published
in 1979 as the first edition in such a manner that the insulating tissue papers speci-
fied in the former Japanese Industrial Standard are specified in the text and the
specifications in the corresponding International Standard (types 1.5 to 1.7) which
cover the area of above JIS are adopted as the Annex.

1 Scope This Japanese Industrial Standard specifies insulating tissue papers es-
pecially to be used for covered wires, mica products, etc. (hereafter referred to as
“papers”).

‘ In this Standard, specifications in either of the text or the Annex are applicable
for a product consistently and it is not allowed to select or mix at one’s own discre-
tion the corresponding specification items and the contents stated in the said both

parts.

Remarks : The International Standard corresponding to this Standard is given
below.

IEC 60554-3-1: 1979 Specification for cellulosic papers for electrical
purposes—Part 3 : Specifications for individual
materials—Sheet 1 : General purpose electrical
paper

Information: The IEC Standard number is based on the new numbering sys-
tem of IEC Standards put in force on January 1st 1997, and the
Standard published before the said date is numbered by adding
60000 to the former number. This is only the change in the num-
bering system and the contents remain unchanged.

‘ 2 Normative references The following standards contain provisions which, through
reference in this Standard, constitute provisions of this Standard. The most recent
editions of the standards indicated below shall be applied.

JIS C 2111 Testing methods of electrical insulating papers, pressboard and
presspaper

JIS Z 8401 Guide to the rounding of numbers

3 Classification and symbolization Papers are classified and symbolized as stated

in Table 1.
™
Table 1 Classification and symbolization

" Classification | Symbol Composing material Remarks

Class 1 PT1 | Mixture of manila hemp | Papers are classified according

and kraft pulp to the tensile strength

Class 2 PT 2

. Class 3 PT 3 | The detailed classification shall be as stated in the Annex.
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4 Characteristies The characteristics shall be as stated in Table 2.

Table 2 Characteristics of classes 1 and 2

Classification Class 1 Class 2

Density g/cm? 0.55t0 0.75

Tensile Machine direction | 90 min. 70 min. .
strength MPa

Cross direction 9.0 min. 7.0 min.

Elongation % | Machine direction 2.0 min.

Cross direction

Moisture content % © 8.0 max.

Ash content % 1.5 max.

Dielectric breakdown strength 6.0 min. .
(average value) kV/mm

5 Dimensions The thickness and the tolerances on thickness shall be as stated
in Table 3.

The paper width, dimensions of core and roll outside diameter are subjected to
the agreement between the parties concerned with acceptance.

Table 3 Thickness and tolerances thereon
of classes 1 and 2

Thickness mm | Tolerances on average thickness %

0.020 +10
0.022
0.025

0.030 +8 ‘

0.035
0.040
0.050
0.060

Remarks : The absolute value of tolerance
shall be rounded off to three
decimal places in accordance
with JIS Z 8401. £

6 Tests
6.1 Sampling procedure The sampling procedure shall follow 2 of JIS C 2111.
6.2 Test conditions The test conditions shall be as specified in 3 of JIS C 2111.

6.3 Test methods The test methods shall be as stated below. .
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