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JAPANESE INDUSTRIAL STANDARD JIS

Vulcanized Fibre Sheet C 2315-1984

1. ScoEe

This Japanese Industrial Standard specifies vulcanized fibre sheet,
hereilnafter referred to as the "sheet", for electric insulation.

‘ Remark: The units and numerical values in { } given in this standard
; _ are in accordance with the customary units, and are the standard
values.

2., Classification and Symbol

The classification and symbol of sheets shall be as given in Table 1 and

Table 2.
TaBle 1 Table 2
Class Compo§1ng Symbol Colour Symbol
material
Natural colour N
Cotton fibre (Grey)
Class 1 | as principal VFS-1 White 1Y)
component
Red R
' Wood fibre
Class 2 | as principal VFS-2 Black BL
component
Brown BR
3. Characteristics
The characteristics of sheet shall be as given in Table 3.
Applicable Standards:
- JIS C 2111-Testing Methods of Electrical Insulating Papers, Pressboard
o and Presspaper Documents

JIS K 6911-Testing Methods for Thermosetting Plastics Document Sharing Hub
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