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JAPANESE INDUSTRIAL STANDARD JIS

‘ Polyester Film Lamination for Electrical Insulation C 2317-1984

1. Scope

This Japanese Industrial Standard.specifies polyester film lamination,
hereinafter referred to as the "lamination", consists of the polyethylene
terephthalate film specified in JIS C 2318, hereinafter referred to as the
"film", and insulating paper pasted with it to exert buffer action, mainly
used to compose insulating layer of electrical machinery and apparatus,

! Remark: The units and numerical values given in { } in this standard
are in accordance with the International System of Units (SI),
and are appended for reference.

2. Classification

The laminations are classified as given in Table 1.

' . ' Table 1

Unit: mm
Class index ;l‘glif(;ﬁr]less Kind and thickness of insulating paper

TK 3808 0.038 JIS C 2304 Class 2 coil insulating paper 0.08

TK 3813 0.038 JIS C 2304 Class 2 coil insulating paper 0.13

TP 3825 0.038 JIS C 2305 Class 2 pressboard 0.25°

TK 5008 0.050 JIS C 2304 Class 2 coil insulating paper 0,08
TK 5013 0.050 JIS C 2304 Class 2 coil insulating paper 0.13 "

TP 5013 _ 0.050 JIS C 2305 Classrz pressboard 0.13°

. TP 5018 0.050 JIS C 2305 Class 2 'pressboard 0.18
TP 7513 0.075 JIS C 2305 Class 2 pressboard 0.13 -

. TP 7518 0.075 JIS C 2305 Class 2 pressboard 0.18
TP 7525 0.075 JIS C 2305 Class 2 pressboard 0.25°

Applicable Standards:

JIS C 2111-Testing Methods of Electrical Insulating Papers and
Condenser Papers

JIS C 2304-Coil Insulating Papers

‘ JIS C 2305-Pressboards for Electrical Purpose
JIS C 2318-Polyester Films for Electrical Purposes
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