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UDC 621.315.615
. JAPANESE INDUSTRIAL STANDARD J IS
Electrical insulating oils C 2320-1993
1. Scope This Japanese Industrial Standard specifies unused electrical
insulating oils for oil-impregnated capacitors, oil-filled cables, oil-
immersed transformers, oil circuit breakers, etc. (hereafter referred to
as "insulating oils").
Remarks 1. The following Standards are cited in this Standard:
JIS C 2101 "Testing methods of electrical insulating oils
JIS Z 1601 Steel drums (for liquid)
JIS Z 1602 18 liter metal cans

JIS Z 1620 Pails

' 2. The International Standards corresponding to this Standard are
given below.

IEC 296 (1982) Specification for unused mineral 1nsulat1ng
olls for transformers and switchgear.
Amendment No. 1 (1986).

IEC 465 (1988) Specification for unused insulating mineral
oils for cables with oil ducts.

IEC 836 (1988) Specifications for silicone liquids for
electrical purposes.,

IEC 867 (1986) Specifications for unused insulating liquids
based on synthetic aromatic hydrocarbons.

IEC 963 (1988) Specification for unused polybutenes.

3. The units and numerical values given in { } in this Standard are
. based on the traditional unit system and are appended for
informative reference.

2. Definitions For the purpose of this Standard the following principal
definitions apply.

(1) mineral oil A kind of oil which is produced by purifying crude oil
and the main composition of which is hydrocarbon.

(2) alkylbenzene A benzene derivative consisting of benzene ring with
alkyl radical.

' There are straight chain alkylbenzene and branched chain alkyl-
benzene. Straight chain alkylbenzene means a kind of benzene the main
composition of which is benzene with straight chain alkyl radical, and
branched chain alkylbenzene means another kind of benzene the main
composition of which is benzene with branched chain alkyl radical.
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