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Containers for lead-acid batteries C 2335-1991

1. Scope
This Japanese Industrial Standard specifies synthetic resin and ebonite
containers (hereafter referred to as the "containers") to be used for lead-acid
batteries.
Remarks 1. The following Standards are cited in this Standard:
JIS B 7507 Vernier Callipers
' JIS B 7516 Metal Rules
JIS D 5301 Lead-Acid Batteries for Automobiles
. JIS D 5302 Lead-Acid Batteries for Motorcycle
JIS K 1321 Sulfuric Acid
JIS K 1322 Testing Methods of Sulfuric Acid
2. The units and values given in { } in this standard are based on
the traditional unit system, and are appended for informative
reference.,

2. Definitions

For the purposes of this Standard, the following principal definitions shall
apply:

(1) dielectric voltage The performance to withstand a specified applied
voltage for a specified time in checking such defects as cracks or pinholes
in the containers.

. (2) single container A container for a single battery.

(3) monobloc container A container with several separated rooms, each of
which is capable of keeping a group of electrode plates.

3. Classification

Classification shall be as shown in Table 1, based on the main uses.
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