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JAPANESE INDUSTRIAL STANDARD JIS

Pressure~sensitive adhesive polyester tapes for C 2338-1991

1. Scope

electrical insulation

This Japanese Industrial Standard specifies pressure-semsitive polyester
(polyethylene terephthalate) film adhesive tapes (hereafter referred to as
tapes), to be used for electric wire, electrical and electronic apparatus
and other electrical insulation.

Remarks 1.

Applicable standards to this Standard are as follows:

JIS C 2107-Testing Methods of Pressure-sensitive Adhesive
Tapes for Electrical Imsulation

JIS C 2318-Polyester Films for Electrical Purposes

Corresponding International Standard to this Standard is
as follows:

IEC 454-3-3 (1981) Specifications for pressure-sensitive
adhesive tapes for electrical purposes
Part 3: Specifications for individual
materials
Sheet 3: Requirements for polyester
film tapes (PETP) with non-
thermosetting adhesive

The units and numerical values given in { } in this standard
are in accordance with the customary units and are the
values for reference.

2. Classification and symbol

The tapes shall be classified in accordance with flame resistance and
‘ thickness of film as given in Table 1 and the symbol shall be ETIAT,
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