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Soft Magnetic Iron Plates ' C 2504-1990

1. Scope

This Japanese Industrial Standard specifies the soft magnetic iron plates
(hereafter referred to as the "plates") used for iron core, yoke, armature and the
like of electrical machinery and apparatus.

Remark: The units and numerical values given - in { } in this Standard are
based on the International System of Units (SI) and are appended
for informative reference. ,
Further, the traditional units accompanied by numerical values
in this Standard shall be converted to the SI units and numerical
values on January 1, 1991.

' 2, Classes and Symbols

The classes and symbols of the plates shall be as specified in Table 1
according to the magnetic characteristics.

Table 1. Classes and Symbols

Class Symbol
Class 0 | SUYP 0
Class 1 SUYP 1
Class 2 SUYP 72
Class 3 SUYP 3

3. Magnetic Characteristics, Hardness and Bendability

The plates shall be tested in accordance with 6. and the determined magnetic
characteristics, hardness and bendability shall conform to Table 2-1 or Table 2-2,

Applicable Standards:

JIS Z 2244-Method of Vickers Hardness Test

. JIS Z 2245-Method of Rockwell and Rockwell Superficial Hardness Test
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