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JAPANESE INDUSTRIAL-STANDARD JIS

Methods of Test for Fiber or Paper Insulated C 3006-1983
Copper and Aluminum Winding Wires

, i. Scope

This Japanese Industrial Standard specifies methods of test for fiber or
. paper insulated copper and aluminum winding wires with round cross section
and those with rectangular cross section.

Remarks 1. Covered with fiber, tape, etc. spirally to longitudinal
direction of conductor is called "lateral wound".

2. The units and numerical values given in { } in this standard
are in accordance with the International System Units (SI)
and are appended for reference.

‘ 2. Kind of Tests

The kind of tests shall be as given in Table 1.

Table 1
Applicable Applicable
Kind clause for Kind clause for

test method test method
Appearance 4. Resistance to aging 8.
Dimension 5. Conductor resistance 9.
Dielectric breakdown 6. Tensile strength and 10
Resistance to 7 elongation
bending '

3f Test Condition
. Unless otherwise specified, the test environment shall be at the ordinary

temperature and ordinary humidity specified in JIS Z 8703 (temperature:
20 £15°C, humidity: 65 £20 %).

Applicable Standards, Corresponding International Standards and Reference
‘ Standards: See page 6.
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