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Annealed Copper Wires for Electrical Purposes C 3102-1984

1. Scope

This Japanese Industrial Standard specifies annealed circular copper
wires for electrical purposes, hereinafter referred to as the "wires".

2. Symbol
The symbol of the wire shall be A.

3. Characteristics

The characteristics of the wire shall comply with Attached Table, when
tested in accordance with 7.

. . 4. Dimensions

The size of wire shall be expressed by the diameter and be as given in
Attached Table.

5. Appearance

The appearance of the wire shall be such that the surface is smooth
and free from flaws, rusts, cracks and other defects detrimental to
practical service.

6. Manufacturing Method

No joint shall be made on the wire. When it is finished by wire
drawing operation, however, the above requirement need not be fulfilled.

Applicable Standard:
. JIS C 3002-Testing Methods of Electrical Copper and Aluminium Wires
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