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. @ JAPANESE INDUSTRIAL STANDARD J1S8s

Outdoor weatherproof polyvinyi chloride C 3340-1992
insulated wires

1. Scope This Japanese Industrial Standard specifies single core insulated
wires, (hereafter referred to as the "wires") which are mainly used for
aerial transmission lines and are insulated with compound based on polyvinyl
chloride resin (hereafter referred to as the "vinyl").

| Remarks 1. The following standards are cited in this Standard:

JIS C 3002-Testing methods of electrical copper and
aluminium wires

JIS C 3005-Testing methods for rubber or plastic insulated
wires and cables

' JIS C 3101-Hard-drawn copper wires for electrical purposes
JIS C 3105-Hard-drawn copper stranded conductors
2. The units and numerical values given in { } in this
Standard are based on the traditional units and are
appended for informative reference.

2. Symbol The symbol for wires shall be OW.

3. Characteristics The characteristics of the wires shall be as given in
Table 1 when the tests are carried out in accordance with 5.
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